United States Department of Agriculture
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                                                                                                                  01/16/2002

Sandoval County Area, New Mexico, Parts of Los Alamos, Sandoval, and Rio Arriba Counties

Table H.--Engineering Index Properties

_____________________________________________________________________________________________________________________________

                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |

   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-

  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity

                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index

                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |


1:               |       |               |             |             |      |      |      |      |      |      |      |

 Silver----------|  0-4  |Loam           |CL, CL-ML    |A-4          |   0  | 0-5  |95-100|90-100|60-75 |50-65 |25-30 | 5-10

                 |  4-39 |Silty clay loam|CL           |A-6          |   0  | 0-5  |95-100|85-100|75-95 |65-90 |35-40 |15-20

                 | 39-60 |Clay loam      |CL, SC       |A-6, A-7     |   0  | 0-5  |85-95 |80-90 |45-80 |40-60 |35-45 |15-20

                 |       |               |             |             |      |      |      |      |      |      |      |

 Clovis----------|  0-3  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-85 |25-30 | 5-10

                 |  3-40 |Sandy clay     |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-85 |25-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 40-60 |Fine sandy loam|CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|50-75 |20-25 | 5-10

                 |       |               |             |             |      |      |      |      |      |      |      |

2:               |       |               |             |             |      |      |      |      |      |      |      |

 Clovis----------|  0-3  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-85 |25-30 | 5-10

                 |  3-24 |Sandy clay     |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-85 |25-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 24-60 |Fine sandy loam|CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|50-75 |20-25 | 5-10

                 |       |               |             |             |      |      |      |      |      |      |      |

 Prieta----------|  0-3  |Very stony loam|CL           |A-6          |10-20 |30-50 |85-90 |80-85 |70-75 |50-60 |25-30 |10-15

                 |  3-19 |Very stony clay|CL, SC       |A-7          |10-20 |40-55 |75-90 |50-80 |40-75 |35-60 |40-45 |15-20

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 19-23 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Silver----------|  0-8  |Loam           |CL, CL-ML    |A-4          |   0  | 0-5  |95-100|90-100|60-75 |50-65 |25-30 | 5-10

                 |  8-60 |Silty clay loam|CL           |A-6          |   0  | 0-5  |95-100|85-100|75-95 |65-90 |35-40 |15-20

                 |       |               |             |             |      |      |      |      |      |      |      |

3:               |       |               |             |             |      |      |      |      |      |      |      |

 Montecito-------|  0-3  |Fine sandy loam|SC, SC-SM    |A-2, A-4     |   0  | 0-15 |95-100|90-100|50-70 |30-50 |20-30 | 5-10

                 |  3-21 |Clay loam      |CL           |A-6, A-7     |   0  | 0-10 |90-100|85-100|65-80 |55-70 |35-45 |15-20

                 | 21-60 |Sandy loam,    |CL, CL-ML,   |A-4          |   0  | 0-5  |90-100|85-100|60-80 |40-70 |20-30 | 5-10

                 |       | loam, clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

3: cont.         |       |               |             |             |      |      |      |      |      |      |      |

 Orejas----------|  0-2  |Cobbly loam    |CL, GC, SC   |A-6          | 0-5  |15-25 |70-80 |65-75 |55-65 |45-60 |25-30 |10-15

                 |  2-19 |Very gravelly  |GC           |A-2          | 0-5  |15-40 |40-65 |35-60 |30-40 |25-35 |30-40 |15-25

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | very cobbly   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 19-23 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

4:               |       |               |             |             |      |      |      |      |      |      |      |

 Montecito-------|  0-3  |Fine sandy loam|SC, SC-SM    |A-2, A-4     |   0  | 0-15 |95-100|90-100|50-70 |30-50 |20-30 | 5-10

                 |  3-22 |Clay loam      |CL           |A-6, A-7     |   0  | 0-10 |90-100|85-100|65-80 |55-70 |35-45 |15-20

                 | 22-60 |Gravelly sandy |SC, SC-SM    |A-2, A-4     |   0  | 0-10 |90-100|60-70 |40-60 |20-40 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

 Montecito-------|  0-5  |Extremely      |GC           |A-6          |10-15 |60-65 |50-60 |45-55 |40-55 |35-50 |25-30 |10-15

                 |       | bouldery loam |             |             |      |      |      |      |      |      |      |

                 |  5-28 |Clay loam      |CL           |A-6          | 0-5  | 0-10 |90-100|85-100|65-80 |55-70 |30-40 |10-20

                 | 28-45 |Loam           |CL           |A-6          |   0  | 0-10 |90-100|85-95 |70-85 |50-70 |25-35 |10-15

                 | 45-65 |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  | 0-10 |90-100|85-95 |60-75 |25-45 |25-30 | 5-10

                 |       |               |             |             |      |      |      |      |      |      |      |

10:              |       |               |             |             |      |      |      |      |      |      |      |

 Trail-----------|  0-6  |Silty clay loam|CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |65-80 |35-40 |15-20

                 |  6-30 |Loamy sand,    |SM, SP-SM    |A-1, A-2, A-3|   0  |   0  |80-100|75-100|40-75 | 5-30 | 0-10 |  NP

                 |       | loamy fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand, sand    |             |             |      |      |      |      |      |      |      |

                 | 30-60 |Stratified sand|CL-ML, SC-SM |A-4          |   0  |   0  |80-100|75-100|55-65 |35-55 |15-25 | 5-10

                 |       | to loam       |             |             |      |      |      |      |      |      |      |

11:              |       |               |             |             |      |      |      |      |      |      |      |

 Trail-----------|  0-9  |Fine sandy loam|SC-SM        |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |20-30 | 5-10

                 |  9-36 |Loamy sand,    |SM, SP-SM    |A-1, A-2, A-3|   0  |   0  |80-100|75-100|40-75 | 5-30 | 0-10 |  NP

                 |       | loamy fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand, sand    |             |             |      |      |      |      |      |      |      |

                 | 36-65 |Stratified sand|CL-ML, SC-SM |A-4          |   0  |   0  |80-100|75-100|55-65 |35-55 |15-25 | 5-10

                 |       | to loam       |             |             |      |      |      |      |      |      |      |

13:              |       |               |             |             |      |      |      |      |      |      |      |

 Sandoval--------|  0-2  |Fine sandy loam|SC, SC-SM    |A-4          |   0  | 0-5  |80-100|75-100|60-75 |35-50 |20-25 | 5-10

                 |  2-15 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|65-90 |50-85 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 15-19 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Querencia-------|  0-4  |Sandy clay loam|CL, SC       |A-6          |   0  |   0  |90-100|85-100|60-80 |40-60 |30-40 |10-20

                 |  4-24 |Loam, sandy    |CL           |A-6          |   0  |   0  |90-100|85-100|65-80 |55-70 |25-35 |10-15

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 24-65 |Loam, fine     |CL-ML, SC-SM |A-4          |   0  |   0  |90-100|85-100|60-75 |45-60 |25-30 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

15:              |       |               |             |             |      |      |      |      |      |      |      |

 Camino----------|  0-2  |Silty clay loam|CL           |A-6          |   0  |   0  |95-100|85-100|75-95 |70-85 |35-40 |15-20

                 |  2-51 |Clay           |CH, CL       |A-7          |   0  |   0  |95-100|85-100|80-95 |70-90 |45-55 |20-30

                 | 51-55 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Sandoval--------|  0-2  |Fine sandy loam|SC, SC-SM    |A-4          |   0  | 0-5  |80-100|75-100|60-75 |35-50 |20-25 | 5-10

                 |  2-17 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|65-90 |50-85 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 17-21 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

16:              |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

16: cont.        |       |               |             |             |      |      |      |      |      |      |      |

 Prieta----------|  0-5  |Stony silt loam|CL           |A-6          | 5-10 |15-30 |90-100|85-100|75-90 |65-75 |30-35 |10-15

                 |  5-19 |Very stony     |CL, SC       |A-7          | 5-15 |25-40 |75-90 |50-80 |40-75 |35-60 |40-45 |15-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | stony clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 19-23 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

17:              |       |               |             |             |      |      |      |      |      |      |      |

 Vessilla--------|  0-5  |Sandy loam     |SC-SM        |A-2          |   0  | 0-10 | 100  | 100  |60-75 |25-35 |20-30 | 5-10

                 |  5-11 |Sandy loam,    |SC-SM        |A-2, A-4     |   0  | 0-10 |90-100|85-100|60-80 |25-40 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 11-15 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Menefee---------|  0-3  |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |80-90 |70-85 |35-40 |15-20

                 |  3-10 |Clay loam      |CL           |A-6          |   0  |   0  |90-100|85-100|75-90 |65-80 |35-40 |15-20

                 | 10-14 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

18:              |       |               |             |             |      |      |      |      |      |      |      |

 Sparham---------|  0-2  |Clay           |CH, CL       |A-7          |   0  |   0  |85-100|75-100|70-90 |60-80 |45-60 |20-30

                 |  2-60 |Clay loam,     |CH, CL       |A-7          |   0  |   0  |85-100|75-100|70-95 |65-90 |40-60 |20-30

                 |       | silty clay,   |             |             |      |      |      |      |      |      |      |

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

20:              |       |               |             |             |      |      |      |      |      |      |      |

 Gilco-----------|  0-6  |Clay loam      |CL           |A-6          |   0  |   0  |85-100|75-100|70-85 |60-75 |35-40 |15-20

                 |  6-60 |Stratified fine|CL-ML, SC-SM |A-4          |   0  |   0  |85-100|75-100|60-75 |45-60 |20-25 | 5-10

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

21:              |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Hackroy---------|  0-3  |Sandy loam     |SC-SM        |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |20-30 | 5-10

                 |  3-12 |Clay loam, clay|CH, CL       |A-7          |   0  |   0  |95-100|95-100|80-90 |70-85 |40-55 |20-30

                 | 12-16 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

22:              |       |               |             |             |      |      |      |      |      |      |      |

 Aga-------------|  0-8  |Silty clay loam|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |35-40 |15-20

                 |  8-24 |Loam           |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|90-100|65-95 |40-70 |20-25 | 5-10

                 | 24-60 |Sand, loamy    |SM, SP-SM    |A-2, A-3     |   0  |   0  |90-100|85-100|50-80 | 5-30 | 0-10 |NP-5

                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

23:              |       |               |             |             |      |      |      |      |      |      |      |

 Hickman---------|  0-4  |Clay loam      |CL           |A-6          |   0  |   0  |90-100|90-100|70-85 |65-80 |35-40 |15-20

                 |  4-60 |Stratified     |CL           |A-6          |   0  |   0  |80-100|75-100|60-75 |50-65 |25-40 |10-20

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

24:              |       |               |             |             |      |      |      |      |      |      |      |

 Orlie-----------|  0-2  |Fine sandy loam|CL-ML, SC-SM |A-4          |   0  |   0  |80-100|75-100|60-75 |35-55 |25-30 | 5-10

                 |  2-25 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|75-95 |70-85 |35-40 |15-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 25-60 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|70-85 |50-80 |35-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

24: cont.        |       |               |             |             |      |      |      |      |      |      |      |

 Sparham---------|  0-3  |Clay           |CH, CL       |A-7          |   0  |   0  |85-100|75-100|70-90 |60-80 |45-60 |20-30

                 |  3-60 |Clay loam,     |CH, CL       |A-7          |   0  |   0  |85-100|75-100|70-95 |65-90 |40-60 |20-30

                 |       | silty clay,   |             |             |      |      |      |      |      |      |      |

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

25:              |       |               |             |             |      |      |      |      |      |      |      |

 Gilco-----------|  0-4  |Loam           |CL-ML        |A-4          |   0  |   0  |85-100|75-100|65-80 |55-70 |20-25 | 5-10

                 |  4-60 |Stratified fine|CL-ML, SC-SM |A-4          |   0  |   0  |85-100|75-100|60-75 |45-60 |20-25 | 5-10

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

26:              |       |               |             |             |      |      |      |      |      |      |      |

 Orlie-----------|  0-2  |Loam           |CL           |A-6          |   0  |   0  |80-100|75-100|70-80 |60-70 |30-35 |10-15

                 |  2-22 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|75-95 |70-85 |35-40 |15-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 22-60 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|70-85 |50-80 |35-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

27:              |       |               |             |             |      |      |      |      |      |      |      |

 Aga-------------|  0-10 |Loam           |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |70-95 |45-70 |20-30 | 5-10

                 | 10-23 |Loam           |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|90-100|65-95 |40-70 |20-25 | 5-10

                 | 23-65 |Sand, loamy    |SM, SP-SM    |A-2, A-3     |   0  |   0  |90-100|85-100|50-80 | 5-30 | 0-10 |NP-5

                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

29:              |       |               |             |             |      |      |      |      |      |      |      |

 Trail-----------|  0-6  |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |65-80 |15-25 |15-20 |NP-5

                 |  6-60 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |65-80 |15-25 |15-20 |NP-5

31:              |       |               |             |             |      |      |      |      |      |      |      |

 Riverwash, Sandy|  0-6  |Sand           |SP, SP-SM,   |A-1, A-3     | ---  | 0-5  |80-100|75-100|30-60 | 0-10 | ---  |  NP

                 |       |               | SW, SW-SM   |             |      |      |      |      |      |      |      |

                 |  6-60 |Stratified     |SM, SP, SP-SM|A-1, A-2, A-3| ---  | 0-5  |80-100|75-100|40-70 | 0-20 | ---  |  NP

                 |       | coarse sand to|             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

33:              |       |               |             |             |      |      |      |      |      |      |      |

 Pits------------|  0-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

34:              |       |               |             |             |      |      |      |      |      |      |      |

 Ildefonso-------|  0-17 |Cobbly loam    |CL, CL-ML    |A-4          | 5-10 |15-30 |75-95 |70-90 |60-75 |50-65 |25-30 | 5-10

                 | 17-60 |Very stony     |GC, GC-GM,   |A-4          | 5-10 |40-65 |50-85 |45-80 |40-60 |35-50 |25-30 | 5-10

                 |       | loam, very    | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loam   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Witt------------|  0-3  |Very fine sandy|CL-ML        |A-4          |   0  |   0  | 100  | 100  |95-100|60-90 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-27 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|70-85 |20-30 |10-15

                 | 27-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |20-30 |10-15

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

41:              |       |               |             |             |      |      |      |      |      |      |      |

 Dune Land-------|  0-6  |Sand           |SM, SP, SP-SM|A-2, A-3     |   0  |   0  | 100  | 100  |50-70 | 0-15 | ---  |  NP

                 |  6-60 |Sand, fine sand|SM, SP, SP-SM|A-2, A-3     |   0  |   0  | 100  | 100  |50-80 | 0-25 | ---  |  NP

                 |       |               |             |             |      |      |      |      |      |      |      |

47:              |       |               |             |             |      |      |      |      |      |      |      |

 Cascajo---------|  0-11 |Very gravelly  |GM           |A-1          |   0  | 0-15 |35-55 |30-50 |20-40 |10-20 |15-20 |  NP

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 11-30 |Very gravelly  |GM           |A-1          |   0  | 0-15 |35-55 |30-50 |15-40 |10-20 |15-20 |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

47: Cont.        |       | very gravelly |             |             |      |      |      |      |      |      |      |

 Cascajo         |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 | 30-60 |Very gravelly  |GP, GP-GM    |A-1          |   0  | 0-55 |25-55 |20-50 |15-40 | 0-10 | 5-15 |  NP

                 |       | sand, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | sand,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loamy  |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

51:              |       |               |             |             |      |      |      |      |      |      |      |

 Sparham---------|  0-6  |Clay loam      |CL           |A-7          |   0  |   0  |95-100|90-100|80-90 |70-80 |40-45 |15-20

                 |  6-65 |Clay loam, clay|CH, CL       |A-7          |   0  |   0  |95-100|90-100|80-90 |70-80 |40-60 |20-30

                 |       |               |             |             |      |      |      |      |      |      |      |

52:              |       |               |             |             |      |      |      |      |      |      |      |

 Totavi----------|  0-15 |Loamy sand     |SC-SM, SM    |A-1, A-2     |   0  |   0  |80-100|75-100|30-50 |15-35 |15-25 |NP-5

                 | 15-65 |Loamy sand,    |SC-SM, SM,   |A-1, A-2     |   0  |   0  |80-100|75-100|45-55 |10-25 |15-20 |NP-5

                 |       | fine sand     | SP-SM       |             |      |      |      |      |      |      |      |

53:              |       |               |             |             |      |      |      |      |      |      |      |

 Witt------------|  0-6  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |95-100|60-90 |20-30 | 5-10

                 |  6-25 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|70-85 |20-30 |10-15

                 | 25-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |20-30 |10-15

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

 Harvey----------|  0-10 |Loam           |CL-ML        |A-4          |   0  |   0  |95-100|90-100|65-80 |55-70 |25-30 | 5-10

                 | 10-42 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|80-100|70-100|55-70 |25-40 |10-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 42-60 |Fine sandy loam|SC, SC-SM    |A-4          |   0  |   0  |95-100|90-100|65-80 |35-50 |20-30 | 5-10

54:              |       |               |             |             |      |      |      |      |      |      |      |

 Harvey----------|  0-11 |Fine sandy loam|SC, SC-SM    |A-4          |   0  |   0  |95-100|90-100|65-80 |35-50 |20-30 | 5-10

                 | 11-60 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|80-100|70-100|55-70 |25-40 |10-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

54: cont.        |       |               |             |             |      |      |      |      |      |      |      |

 Cascajo---------|  0-9  |Very gravelly  |GM           |A-1          |   0  | 0-15 |35-55 |30-50 |20-40 |10-20 |15-20 |  NP

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  9-28 |Very gravelly  |GM           |A-1          |   0  | 0-15 |35-55 |30-50 |15-40 |10-20 |15-20 |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 | 28-60 |Very gravelly  |GP, GP-GM    |A-1          |   0  | 0-55 |25-55 |20-50 |15-40 | 0-10 | 5-15 |  NP

                 |       | sand, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | sand,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loamy  |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

55:              |       |               |             |             |      |      |      |      |      |      |      |

 La Fonda--------|  0-4  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |85-95 |60-75 |30-35 |10-15

                 |  4-60 |Loam, clay loam|CL           |A-6          |   0  |   0  |95-100|95-100|85-95 |60-85 |25-40 |10-20

                 |       |               |             |             |      |      |      |      |      |      |      |

56:              |       |               |             |             |      |      |      |      |      |      |      |

 Ildefonso-------|  0-9  |Cobbly loam    |CL, CL-ML    |A-4          | 5-10 |15-30 |75-95 |70-90 |60-75 |50-65 |25-30 | 5-10

                 |  9-60 |Very stony     |GC, GC-GM,   |A-4          | 5-10 |40-65 |50-85 |45-80 |40-60 |35-50 |25-30 | 5-10

                 |       | loam, very    | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loam   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

57:              |       |               |             |             |      |      |      |      |      |      |      |

 Badland---------|  0-60 |Weathered      |             |             |   0  |   0  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

58:              |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-7  |Very stony silt|CL, GC, SC   |A-6          | 5-15 |15-35 |60-80 |55-75 |50-70 |45-65 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  7-14 |Very stony     |CL, GC, SC   |A-6          | 5-15 |15-35 |60-80 |55-75 |50-70 |40-65 |25-35 |10-15

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loam,  |             |             |      |      |      |      |      |      |      |

                 |       | very stony    |             |             |      |      |      |      |      |      |      |

                 |       | silt loam     |             |             |      |      |      |      |      |      |      |

                 | 14-18 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Elpedro---------|  0-5  |Loam           |CL, CL-ML    |A-4          |   0  |   0  |95-100|90-100|75-90 |65-80 |25-30 | 5-10

                 |  5-36 |Silty clay loam|CL           |A-7          |   0  |   0  |95-100|90-100|85-95 |80-90 |40-50 |20-25

                 | 36-60 |Loam, silt loam|CL           |A-6          |   0  |   0  |95-100|90-100|80-95 |70-90 |30-40 |10-15

                 |       |               |             |             |      |      |      |      |      |      |      |

59:              |       |               |             |             |      |      |      |      |      |      |      |

 Harvey----------|  0-10 |Loam           |CL-ML        |A-4          |   0  |   0  |95-100|90-100|65-80 |55-70 |25-30 | 5-10

                 | 10-60 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|80-100|70-100|55-70 |25-40 |10-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Ildefonso-------|  0-2  |Cobbly loam    |CL, CL-ML    |A-4          | 5-10 |15-30 |75-95 |70-90 |60-75 |50-65 |25-30 | 5-10

                 |  2-60 |Very stony     |GC-GM, SC-SM,|A-4          | 5-10 |40-65 |50-85 |45-80 |40-60 |35-50 |25-30 | 5-10

                 |       | loam, very    | GC          |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loam   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 La Fonda--------|  0-3  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |85-95 |60-75 |30-35 |10-15

                 |  3-65 |Loam, clay loam|CL           |A-6          |   0  |   0  |95-100|95-100|85-95 |60-85 |25-40 |10-20

                 |       |               |             |             |      |      |      |      |      |      |      |

63:              |       |               |             |             |      |      |      |      |      |      |      |

 Placitas--------|  0-5  |Gravelly loam  |GC, SC       |A-6          | 0-3  | 0-10 |55-75 |50-70 |45-60 |35-50 |25-30 |10-15

63: Cont.        |  5-27 |Very gravelly  |GC, GC-GM    |A-1, A-2     | 0-3  | 0-5  |35-55 |30-50 |25-40 |15-30 |20-25 | 5-10

 Placitas        |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 27-31 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

64:              |       |               |             |             |      |      |      |      |      |      |      |

 Ildefonso-------|  0-3  |Gravelly sandy |SC-SM        |A-2, A-4     | 0-3  | 0-15 |70-85 |60-75 |40-60 |20-40 |15-25 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-65 |Very gravelly  |GC-GM        |A-2, A-4     | 0-3  |10-25 |40-60 |35-55 |25-50 |10-40 |15-25 | 5-10

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Skyvillage------|  0-4  |Fine sandy loam|SC-SM        |A-4          |   0  | 0-10 |95-100|85-100|60-80 |35-50 |20-25 | 5-10

                 |  4-18 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  | 0-10 |95-100|85-100|60-85 |35-65 |20-30 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 18-22 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

65:              |       |               |             |             |      |      |      |      |      |      |      |

 Ildefonso-------|  0-6  |Very gravelly  |GC-GM        |A-2          | 0-3  | 0-25 |40-55 |35-50 |25-35 |10-20 |15-25 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  6-60 |Very gravelly  |GC-GM        |A-2, A-4     | 0-3  |10-25 |40-60 |35-55 |25-50 |10-40 |15-25 | 5-10

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Harvey----------|  0-4  |Loam           |CL-ML        |A-4          |   0  |   0  |95-100|90-100|65-80 |55-70 |25-30 | 5-10

                 |  4-32 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|80-100|70-100|55-70 |25-40 |10-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 32-60 |Fine sandy loam|SC, SC-SM    |A-4          |   0  |   0  |95-100|90-100|65-80 |35-50 |20-30 | 5-10

66:              |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-4  |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-40 |15-25 | 5-10

                 |  4-60 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

67:              |       |               |             |             |      |      |      |      |      |      |      |

 Sandoval--------|  0-2  |Loam           |CL           |A-6          |   0  | 0-5  |80-100|75-100|65-80 |50-60 |25-35 |10-15

                 |  2-11 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|65-90 |50-85 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 11-15 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Poley-----------|  0-3  |Very cobbly    |CL, CL-ML,   |A-4, A-6     | ---  |30-45 |60-75 |55-70 |50-65 |40-55 |20-30 | 5-15

                 |       | loam          | GC, GC-GM   |             |      |      |      |      |      |      |      |

                 |  3-40 |Clay, clay loam|CH, CL       |A-7          |   0  |   0  |95-100|90-100|80-90 |70-80 |40-60 |25-35

                 | 40-60 |Very gravelly  |SM           |A-1          | ---  |10-30 |55-75 |35-55 |30-50 |10-20 |15-20 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

68:              |       |               |             |             |      |      |      |      |      |      |      |

 Penistaja-------|  0-2  |Loamy fine sand|SM           |A-2          |   0  |   0  | 100  | 100  |85-95 |20-30 |15-20 |NP-5

                 |  2-38 |Sandy clay     |CL, SC       |A-4          |   0  |   0  | 100  | 100  |95-100|45-75 |30-35 | 5-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 38-60 |Sandy clay loam|CL, CL-ML, SC|A-2, A-4, A-6|   0  |   0  | 100  | 100  |70-95 |30-55 |20-30 | 5-15

                 |       |               |             |             |      |      |      |      |      |      |      |

 Querencia-------|  0-2  |Fine sandy loam|SC-SM        |A-2, A-4     |   0  |   0  |90-100|85-100|70-80 |30-40 |20-25 | 5-10

                 |  2-40 |Loam, sandy    |CL           |A-6          |   0  |   0  |90-100|85-100|65-80 |55-70 |25-35 |10-15

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 40-60 |Loam, fine     |CL-ML, SC-SM |A-4          |   0  |   0  |90-100|85-100|60-75 |45-60 |25-30 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

71:              |       |               |             |             |      |      |      |      |      |      |      |

 Palon-----------|  0-6  |Cobbly sandy   |ML, SM       |A-2, A-4     | 0-5  |15-35 |75-95 |70-90 |50-80 |30-60 |15-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-27 |Very cobbly    |GC, GC-GM,   |A-1, A-2     | 0-5  |35-60 |40-70 |35-65 |20-40 |10-25 |20-30 | 5-10

                 |       | sandy loam,   | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 27-60 |Very cobbly    |GC, GC-GM,   |A-1, A-2     | 0-5  |35-60 |40-70 |35-65 |25-45 |15-30 |20-25 | 5-10

                 |       | sandy loam,   | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

72:              |       |               |             |             |      |      |      |      |      |      |      |

 Palon-----------|  0-2  |Very cobbly    |GM, SM       |A-1, A-2, A-4| 0-5  |35-55 |55-80 |50-75 |35-60 |20-45 |15-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  2-30 |Very cobbly    |GC, GC-GM,   |A-1, A-2     | 0-5  |35-60 |40-70 |35-65 |20-40 |10-25 |20-30 | 5-10

                 |       | sandy loam,   | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 30-60 |Very cobbly    |GC, GC-GM,   |A-1, A-2     | 0-5  |35-60 |40-70 |35-65 |25-45 |15-30 |20-25 | 5-10

                 |       | sandy loam,   | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

74:              |       |               |             |             |      |      |      |      |      |      |      |

 Origo-----------|  0-7  |Very cobbly    |SC-SM, SM    |A-2, A-4     | 0-5  |45-65 |75-90 |70-85 |45-60 |30-40 |20-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  7-60 |Very cobbly    |SC, SC-SM,   |A-1, A-2     | 0-5  |45-70 |60-90 |55-85 |30-50 |10-25 |20-30 |NP-10

                 |       | sandy loam,   | SM, SP-SM   |             |      |      |      |      |      |      |      |

74: cont.        |       | extremely     |             |             |      |      |      |      |      |      |      |

 Origo           |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Pavo------------|  0-9  |Loam           |CL-ML        |A-4          | ---  | 0-5  |95-100|90-100|80-90 |65-80 |25-30 | 5-10

                 |  9-45 |Sandy loam,    |SC-SM        |A-4          | ---  | 0-5  |95-100|90-100|50-70 |35-45 |20-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 45-50 |Gravelly clay  |GC           |A-2, A-6     | ---  | 0-5  |55-65 |50-60 |40-55 |30-40 |30-40 |10-20

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 50-65 |Sandy loam     |SC-SM        |A-2, A-4     | ---  | 0-5  |95-100|90-100|50-70 |25-45 |20-30 | 5-10

                 |       |               |             |             |      |      |      |      |      |      |      |

75:              |       |               |             |             |      |      |      |      |      |      |      |

 Origo-----------|  0-11 |Very cobbly    |SC-SM, SM    |A-2, A-4     | 0-5  |45-65 |75-90 |70-85 |45-60 |30-40 |20-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 11-55 |Very cobbly    |SC, SC-SM,   |A-1, A-2     | 0-5  |45-70 |60-90 |55-85 |30-50 |10-25 |20-30 |NP-10

                 |       | sandy loam,   | SM, SP-SM   |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 55-65 |Very cobbly    |SC-SM, SM,   |A-1          | 0-5  |45-65 |75-90 |70-85 |30-50 |10-20 |20-25 |NP-5

                 |       | loamy sand    | SP-SM       |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

82:              |       |               |             |             |      |      |      |      |      |      |      |

 Calaveras-------|  0-6  |Loam           |CL-ML, SC-SM |A-4          |   0  | 0-10 |90-100|85-100|55-75 |35-55 |20-30 | 5-10

                 |  6-40 |Very cobbly    |GC-GM        |A-2          | 0-5  |25-40 |30-45 |25-40 |20-35 |15-25 |15-25 | 5-10

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 40-60 |Extremely      |GC-GM, GM    |A-1, A-2     | 0-5  |55-65 |40-50 |35-45 |20-40 |15-35 |15-25 |NP-5

                 |       | cobbly coarse |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

82: cont.        |       | extremely     |             |             |      |      |      |      |      |      |      |

 Calaveras       |       | cobbly loamy  |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

83:              |       |               |             |             |      |      |      |      |      |      |      |

 Calaveras-------|  0-12 |Loam           |CL-ML, SC-SM |A-4          |   0  | 0-10 |90-100|85-100|55-75 |35-55 |20-30 | 5-10

                 | 12-24 |Very cobbly    |GC-GM        |A-2          | 0-5  |25-40 |30-45 |25-40 |20-35 |15-25 |15-25 | 5-10

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 24-60 |Extremely      |GC-GM, GM    |A-1, A-2     | 0-5  |55-65 |40-50 |35-45 |20-40 |15-35 |15-25 |NP-5

                 |       | cobbly coarse |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loamy  |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rubble Land-----|  0-60 |Fragmental     |GP           |A-1          |50-60 |20-30 | 0-10 | 0-5  | 0-5  |   0  | ---  |  NP

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

85:              |       |               |             |             |      |      |      |      |      |      |      |

 Redondo---------|  0-2  |Coarse sandy   |SC-SM, SM    |A-4          |   0  | 0-5  |95-100|90-100|60-70 |40-50 |20-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-29 |Coarse sandy   |SC-SM, SM    |A-2, A-4     | 0-3  | 0-5  |70-85 |60-80 |35-55 |25-40 |20-25 |NP-5

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 29-54 |Very gravelly  |GC-GM, GP-GC,|A-1, A-2     | 0-5  |15-30 |35-65 |25-60 |15-35 | 5-20 |20-25 | 5-10

                 |       | coarse sandy  | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly      |             |             |      |      |      |      |      |      |      |

85: Cont.        |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

 Redondo         |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 54-65 |Extremely      |GC, GC-GM,   |A-1, A-2     | 0-5  |40-50 |25-40 |25-40 |10-25 | 5-20 |20-25 | 5-10

                 |       | cobbly coarse | GP-GC       |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

86:              |       |               |             |             |      |      |      |      |      |      |      |

 Redondo---------|  0-8  |Cobbly coarse  |SC-SM, SM    |A-2, A-4     | ---  |15-30 |75-95 |70-90 |40-50 |30-40 |20-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  8-65 |Extremely      |GC, GC-GM,   |A-1, A-2     | ---  |30-55 |40-65 |35-60 |20-35 |10-25 |20-25 | 5-10

                 |       | cobbly coarse | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very cobbly   |             |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

87:              |       |               |             |             |      |      |      |      |      |      |      |

 Redondo---------|  0-6  |Cobbly loam    |CL-ML, ML, SM|A-4          | ---  |15-30 |75-95 |70-90 |55-65 |45-55 |20-25 |NP-5

                 |  6-60 |Extremely      |GC, GC-GM,   |A-1, A-2     | ---  |30-55 |40-65 |35-60 |20-35 |10-25 |20-25 | 5-10

                 |       | cobbly coarse | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very cobbly   |             |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rubble Land-----|  0-60 |Fragmental     |GP           |A-1          |50-60 |20-30 | 0-10 | 0-5  | 0-5  |   0  | ---  |  NP

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

88:              |       |               |             |             |      |      |      |      |      |      |      |

 Totavi----------|  0-12 |Sandy loam     |SC-SM, SM    |A-2          |   0  |   0  |80-100|75-100|50-65 |25-35 |15-25 |NP-5

                 | 12-60 |Loamy sand,    |SC-SM, SM,   |A-1, A-2     |   0  |   0  |80-100|75-100|45-55 |10-25 |15-20 |NP-5

                 |       | fine sand     | SP-SM       |             |      |      |      |      |      |      |      |

88: cont.        |       |               |             |             |      |      |      |      |      |      |      |

 Jemez-----------|  0-13 |Loam           |CL           |A-6          |   0  | 0-5  |95-100|95-100|80-95 |65-80 |25-35 |10-15

                 | 13-27 |Clay loam,     |CL, SC       |A-6          |   0  | 0-5  |95-100|95-100|65-90 |35-70 |35-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 27-31 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

91:              |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-16 |Sandy loam     |SC-SM, SC    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-40 |15-25 | 5-10

                 | 16-60 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

92:              |       |               |             |             |      |      |      |      |      |      |      |

 Galisteo--------|  0-12 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|80-95 |35-45 |15-20

                 | 12-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |40-55 |20-30

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |

93:              |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-8  |Loamy sand     |SM           |A-2          |   0  |   0  |80-100|75-100|50-70 |15-30 |10-15 |NP-5

                 |  8-60 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

95:              |       |               |             |             |      |      |      |      |      |      |      |

 El Rancho-------|  0-5  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |70-95 |55-85 |25-35 |10-15

                 |  5-38 |Sandy clay loam|CL, SC       |A-6          |   0  |   0  | 100  | 100  |60-85 |40-65 |25-35 |10-15

                 | 38-65 |Stratified     |SC, SC-SM    |A-2, A-4     |   0  |   0  | 100  | 100  |45-70 |25-45 |20-30 | 5-10

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

97:              |       |               |             |             |      |      |      |      |      |      |      |

 El Rancho-------|  0-8  |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |80-90 |55-75 |35-40 |15-20

                 |  8-60 |Sandy clay loam|CL, SC       |A-6          |   0  |   0  | 100  | 100  |55-65 |45-55 |25-40 |10-20

                 |       |               |             |             |      |      |      |      |      |      |      |

100:             |       |               |             |             |      |      |      |      |      |      |      |

 Orejas----------|  0-5  |Very stony loam|GC, SC       |A-2, A-6     | 5-10 |25-45 |50-70 |45-65 |35-50 |30-45 |30-35 |10-15

                 |  5-19 |Very gravelly  |GC           |A-2          | 0-5  |15-40 |40-65 |35-60 |30-40 |25-35 |40-55 |20-30

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | very cobbly   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 19-23 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

101:             |       |               |             |             |      |      |      |      |      |      |      |

 Blancot---------|  0-2  |Fine sandy loam|CL, CL-ML,   |A-4          |   0  |   0  | 100  | 100  |75-90 |35-55 |20-30 | 5-10

                 |       |               | SC-SM       |             |      |      |      |      |      |      |      |

                 |  2-23 |Sandy clay     |CL           |A-6          |   0  |   0  | 100  | 100  |75-95 |50-70 |30-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 23-65 |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  |   0  | 100  | 100  |70-90 |30-50 |15-25 | 5-10

                 |       |               |             |             |      |      |      |      |      |      |      |

 Lybrook---------|  0-1  |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|70-80 |35-40 |15-20

                 |  1-60 |Clay loam,     |CL           |A-7          |   0  |   0  | 100  | 100  |85-100|70-85 |40-50 |20-25

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

102:             |       |               |             |             |      |      |      |      |      |      |      |

 Sparham---------|  0-7  |Clay loam      |CL           |A-7          |   0  |   0  |85-100|75-100|70-85 |60-75 |40-45 |15-20

                 |  7-65 |Clay loam,     |CH, CL       |A-7          |   0  |   0  |85-100|75-100|70-95 |65-90 |40-60 |20-30

                 |       | silty clay,   |             |             |      |      |      |      |      |      |      |

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

104:             |       |               |             |             |      |      |      |      |      |      |      |

 Cochiti---------|  0-7  |Gravelly loam  |CL-ML, GC-GM,|A-4          | 0-2  | 0-10 |60-80 |55-75 |50-65 |40-55 |25-30 | 5-10

                 |       |               | SC-SM       |             |      |      |      |      |      |      |      |

                 |  7-29 |Very gravelly  |GC           |A-2, A-7     | 0-2  |10-15 |45-60 |40-55 |35-50 |30-45 |40-50 |20-25

                 |       | clay, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly clay |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 29-65 |Very gravelly  |GC-GM, GM    |A-1, A-2     | 0-2  |10-15 |35-55 |30-50 |25-40 |15-30 |15-25 |NP-5

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Montecito-------|  0-3  |Loam           |CL, CL-ML    |A-4          |   0  | 0-15 |95-100|90-100|75-80 |65-70 |25-30 | 5-10

                 |  3-22 |Clay loam      |CL           |A-6, A-7     |   0  | 0-10 |90-100|85-100|65-80 |55-70 |35-45 |15-20

                 | 22-37 |Sandy loam,    |CL, CL-ML,   |A-4          |   0  | 0-5  |90-100|85-100|60-80 |40-70 |20-30 | 5-10

                 |       | loam          | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 | 37-60 |Gravelly sandy |SC, SC-SM    |A-2, A-4     |   0  | 0-10 |90-100|60-70 |40-60 |20-40 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

105:             |       |               |             |             |      |      |      |      |      |      |      |

 Badland---------|  0-60 |Weathered      |             |             |   0  |   0  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Menefee---------|  0-4  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |80-90 |70-80 |30-35 |10-15

                 |  4-10 |Clay loam      |CL           |A-6          |   0  |   0  |90-100|85-100|75-90 |65-80 |35-40 |15-20

                 | 10-14 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

106:             |       |               |             |             |      |      |      |      |      |      |      |

 Stumble---------|  0-4  |Very gravelly  |GC-GM        |A-2          |   0  |   0  |40-55 |35-50 |25-40 |10-15 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

106: Cont.       |  4-10 |Gravelly fine  |GC-GM, SC-SM |A-2          |   0  |   0  |55-80 |50-75 |40-60 |15-25 |15-25 | 5-10

 Stumble         |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 10-24 |Loamy sand     |SM           |A-2          |   0  |   0  |85-100|75-100|50-65 |10-20 |15-20 |NP-5

                 | 24-65 |Gravelly coarse|SP-SM        |A-1          |   0  |   0  |55-80 |50-75 |20-40 | 5-10 | 0-10 |  NP

                 |       | sand, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Stumble---------|  0-4  |Gravelly loamy |GM, SM       |A-1          |   0  |   0  |55-80 |50-75 |30-50 |10-15 |15-20 |NP-5

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |  4-18 |Loamy sand     |SM           |A-2          |   0  |   0  |85-100|75-100|50-65 |10-20 |15-20 |NP-5

                 | 18-65 |Gravelly coarse|SP-SM        |A-1          |   0  |   0  |55-80 |50-75 |20-40 | 5-10 | 0-10 |  NP

                 |       | sand, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

108:             |       |               |             |             |      |      |      |      |      |      |      |

 Embudo----------|  0-6  |Gravelly sandy |SC-SM, SM    |A-1, A-2     |   0  |   0  |65-85 |50-75 |25-55 |15-25 |15-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-32 |Sandy loam     |SC-SM, SM    |A-2          |   0  |   0  |85-95 |75-90 |55-70 |25-30 |15-25 |NP-5

                 | 32-65 |Loamy sand     |SC-SM, SM    |A-2          |   0  |   0  |85-95 |75-90 |55-70 |15-20 |15-20 |NP-5

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

109:             |       |               |             |             |      |      |      |      |      |      |      |

 Embudo----------|  0-4  |Gravelly sandy |GC-GM, SC-SM,|A-2          |   0  |   0  |50-75 |50-75 |35-50 |25-35 |15-20 |NP-5

                 |       | loam          | SM          |             |      |      |      |      |      |      |      |

                 |  4-12 |Gravelly sandy |GC-GM, SC-SM,|A-2          |   0  |   0  |65-90 |50-75 |35-45 |25-35 |15-25 |NP-5

                 |       | loam, gravelly| SM          |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 12-60 |Stratified     |GM, GP-GM,   |A-1          |   0  |   0  |50-75 |25-50 |10-30 | 5-20 | 0-10 |NP-5

                 |       | gravelly loamy| SM, SP-SM   |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

109: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Tijeras---------|  0-4  |Gravelly fine  |SM           |A-2, A-4     |   0  | 0-15 |80-95 |60-75 |45-55 |30-40 |20-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  4-20 |Sandy clay loam|CL, SC       |A-2, A-6     |   0  |   0  |85-100|75-90 |40-75 |30-65 |30-35 |10-15

                 | 20-26 |Gravelly sandy |SM           |A-2          |   0  |   0  |85-95 |65-75 |45-50 |25-30 |20-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 26-65 |Stratified very|SM, SP-SM    |A-1          |   0  |   0  |70-90 |30-65 |25-45 | 5-25 | 0-10 |NP-5

                 |       | gravelly      |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand to|             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

110:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Saido-----------|  0-5  |Silt loam      |CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |90-100|80-90 |20-25 |NP-5

                 |  5-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

111:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-5  |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-40 |15-25 | 5-10

                 |  5-65 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

112:             |       |               |             |             |      |      |      |      |      |      |      |

 Tijeras---------|  0-3  |Gravelly fine  |SM           |A-2, A-4     |   0  | 0-15 |80-95 |60-75 |45-55 |30-40 |20-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  3-19 |Sandy clay loam|CL, SC       |A-2, A-6     |   0  |   0  |85-100|75-90 |40-75 |30-65 |30-35 |10-15

                 | 19-26 |Gravelly sandy |SM           |A-2          |   0  |   0  |85-95 |65-75 |45-50 |25-30 |20-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

112: Cont.       | 26-60 |Stratified very|SM, SP-SM    |A-1          |   0  |   0  |70-90 |30-65 |25-45 | 5-25 | 0-10 |NP-5

 Tijeras         |       | gravelly      |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand to|             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

114:             |       |               |             |             |      |      |      |      |      |      |      |

 San Mateo-------|  0-7  |Sandy loam     |SC-SM        |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |20-30 | 5-10

                 |  7-60 |Stratified     |CL           |A-6          |   0  |   0  |85-100|75-90 |60-75 |50-65 |30-40 |10-20

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-3  |Fine sandy loam|SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|55-70 |25-40 |20-30 | 5-10

                 |  3-60 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |20-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

120:             |       |               |             |             |      |      |      |      |      |      |      |

 Pinavetes-------|  0-10 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |50-70 |20-30 | 0-10 |NP-5

                 | 10-65 |Fine sand,     |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |50-70 | 5-30 | 0-10 |NP-5

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

124:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

129:             |       |               |             |             |      |      |      |      |      |      |      |

 Menefee---------|  0-5  |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |80-90 |70-85 |35-40 |15-20

                 |  5-17 |Clay loam      |CL           |A-6          |   0  |   0  |90-100|85-100|75-90 |65-80 |35-40 |15-20

                 | 17-29 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

130:             |       |               |             |             |      |      |      |      |      |      |      |

 Pinavetes-------|  0-2  |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |50-70 |20-30 | 0-10 |NP-5

                 |  2-60 |Fine sand,     |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |50-70 | 5-30 | 0-10 |NP-5

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Galisteo--------|  0-2  |Clay loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |85-95 |75-90 |35-45 |15-20

                 |  2-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |40-55 |20-30

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |

142:             |       |               |             |             |      |      |      |      |      |      |      |

 Grieta----------|  0-3  |Fine sandy loam|SC, SC-SM    |A-2, A-4     |   0  |   0  | 100  |85-100|80-95 |30-50 |20-30 | 5-10

                 |  3-48 |Sandy clay     |SC           |A-6          |   0  |   0  |90-100|85-100|75-90 |35-50 |25-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 48-60 |Sandy loam,    |SC, SC-SM, SM|A-2          |   0  |   0  |90-100|85-100|50-70 |20-35 |15-30 |NP-10

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

143:             |       |               |             |             |      |      |      |      |      |      |      |

 Clovis----------|  0-3  |Fine sandy loam|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |70-90 |40-60 |20-25 | 5-10

                 |  3-60 |Sandy clay     |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-85 |25-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

145:             |       |               |             |             |      |      |      |      |      |      |      |

 Grieta----------|  0-7  |Loamy fine sand|SC-SM, SM    |A-2          |   0  |   0  | 100  | 100  |80-95 |20-35 |15-20 |NP-5

                 |  7-21 |Sandy clay     |SC           |A-6          |   0  |   0  |90-100|85-100|75-90 |35-50 |25-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 21-60 |Sandy loam,    |SC, SC-SM, SM|A-2          |   0  |   0  |90-100|85-100|50-70 |20-35 |15-30 |NP-10

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

145: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Sheppard--------|  0-5  |Loamy fine sand|SM           |A-2          |   0  |   0  | 100  | 100  |65-80 |25-35 | 0-10 |  NP

                 |  5-60 |Loamy fine     |SM           |A-2          |   0  |   0  | 100  |90-100|70-80 |15-25 | 0-10 |  NP

                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

146:             |       |               |             |             |      |      |      |      |      |      |      |

 Sedmar----------|  0-3  |Loamy sand     |SM           |A-2          | ---  | 0-5  |95-100|95-100|50-75 |20-35 | 0-10 |NP-5

                 |  3-13 |Sandy loam     |SC-SM, SM    |A-2, A-4     | ---  | 0-5  |95-100|95-100|60-80 |30-40 |20-25 |NP-5

                 | 13-18 |Loamy sand     |SM           |A-2          | ---  | 0-5  |95-100|95-100|50-75 |20-35 | 0-10 |NP-5

                 | 18-22 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

150:             |       |               |             |             |      |      |      |      |      |      |      |

 Doakum----------|  0-5  |Fine sandy loam|CL, CL-ML    |A-4          |   0  |   0  | 100  | 100  |70-90 |50-60 |20-30 | 5-10

                 |  5-17 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |60-80 |50-70 |25-40 |10-20

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 17-65 |Sandy clay     |CL           |A-6          |   0  |   0  | 100  | 100  |60-80 |50-70 |30-40 |10-20

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Betonnie--------|  0-2  |Fine sandy loam|SC, SC-SM, SM|A-2          |   0  |   0  |80-100|75-100|60-75 |15-35 |15-25 |NP-10

                 |  2-65 |Fine sandy     |SC, SC-SM    |A-2          |   0  |   0  |80-100|75-100|60-75 |15-35 |15-25 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

162:             |       |               |             |             |      |      |      |      |      |      |      |

 Hackroy---------|  0-3  |Sandy loam     |SC-SM        |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |20-30 | 5-10

                 |  3-12 |Clay loam, clay|CH, CL       |A-7          |   0  |   0  |95-100|95-100|80-90 |70-85 |40-55 |20-30

                 | 12-16 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

162: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Nyjack----------|  0-3  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |60-75 |30-35 |10-15

                 |  3-24 |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |55-70 |35-40 |15-20

                 | 24-39 |Gravelly sandy |SC-SM        |A-2, A-4     |   0  |   0  |65-95 |55-90 |45-70 |30-45 |25-30 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 39-43 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

163:             |       |               |             |             |      |      |      |      |      |      |      |

 Jemez-----------|  0-3  |Loam           |CL           |A-6          |   0  | 0-5  |95-100|95-100|80-95 |65-80 |25-35 |10-15

                 |  3-39 |Clay loam,     |CL, SC       |A-6          |   0  | 0-5  |95-100|95-100|65-90 |35-70 |35-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 39-43 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

170:             |       |               |             |             |      |      |      |      |      |      |      |

 San Mateo-------|  0-2  |Loam           |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |80-95 |60-75 |25-35 | 5-15

                 |  2-65 |Stratified     |CL           |A-6          |   0  |   0  |85-100|75-90 |60-75 |50-65 |30-40 |10-20

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

180:             |       |               |             |             |      |      |      |      |      |      |      |

 Councelor-------|  0-2  |Fine sandy loam|SC-SM, SM    |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |15-25 |NP-5

                 |  2-65 |Fine sandy     |SC, SC-SM, SM|A-2, A-4     |   0  |   0  | 100  |90-100|65-90 |30-50 |15-25 |NP-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Eslendo---------|  0-3  |Clay loam      |CL           |A-6          | ---  | 0-10 |95-100|85-100|75-90 |60-80 |35-40 |15-20

                 |  3-10 |Clay loam      |CL           |A-6          | ---  | 0-10 |95-100|85-100|75-95 |60-90 |25-40 |10-20

                 | 10-14 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

180: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Mespun----------|  0-6  |Loamy fine sand|SM           |A-2, A-4     |   0  |   0  | 100  | 100  |75-90 |30-40 | 0-10 |  NP

                 |  6-60 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |70-95 |15-35 | 0-10 |  NP

183:             |       |               |             |             |      |      |      |      |      |      |      |

 Sheppard--------|  0-4  |Loamy fine sand|SM           |A-2          |   0  |   0  | 100  | 100  |65-80 |25-35 | 0-10 |  NP

                 |  4-60 |Loamy fine     |SM           |A-2          |   0  |   0  | 100  |90-100|70-80 |15-25 | 0-10 |  NP

                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

185:             |       |               |             |             |      |      |      |      |      |      |      |

 Frijoles--------|  0-3  |Very fine sandy|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |65-85 |40-60 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-13 |Very gravelly  |GC           |A-2          |   0  |   0  |30-55 |25-50 |20-35 |15-30 |35-40 |15-20

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 13-20 |Extremely      |GC-GM, GP-GC |A-2          |   0  |   0  |20-30 |15-25 |10-20 | 5-15 |20-25 | 5-10

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 20-65 |Fragmental     |SP           |A-1          |   0  |   0  |80-90 | 0-10 | 0-5  | 0-5  | 0-10 |  NP

                 |       | material      |             |             |      |      |      |      |      |      |      |

190:             |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-5  |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-40 |15-25 | 5-10

                 |  5-65 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Skyvillage------|  0-2  |Fine sandy loam|SC-SM        |A-4          |   0  | 0-10 |95-100|85-100|60-80 |35-50 |20-25 | 5-10

                 |  2-16 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  | 0-10 |95-100|85-100|60-85 |35-65 |20-30 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 16-20 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

191:             |       |               |             |             |      |      |      |      |      |      |      |

 Sheppard--------|  0-3  |Loamy fine sand|SM, SC       |A-2          |   0  |   0  | 100  | 100  |65-80 |25-35 | 0-10 |  NP

                 |  3-60 |Loamy fine     |SM, SC       |A-2          |   0  |   0  | 100  |90-100|70-80 |15-25 | 0-10 |  NP

                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

200:             |       |               |             |             |      |      |      |      |      |      |      |

 Sedillo---------|  0-4  |Very cobbly    |GC, GC-GM,   |A-1, A-2     | 5-10 |25-30 |45-75 |40-65 |25-50 |15-30 |15-25 | 5-10

                 |       | sandy loam    | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |  4-13 |Very gravelly  |GC, GP-GC,   |A-2          | 0-5  |16-40 |45-65 |40-60 |10-35 | 5-20 |30-35 |10-15

                 |       | sandy clay    | SC, SP-SC   |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 13-70 |Extremely      |GC, GC-GM,   |A-1, A-2     | 0-5  |30-40 |25-45 |15-35 |10-20 | 5-15 |20-30 | 5-10

                 |       | gravelly      | GP-GC       |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

201:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Sedgran---------|  0-4  |Extremely      |GP, GP-GM,   |A-1          | 0-5  |25-40 |45-70 |20-35 |10-25 | 0-10 |15-20 |NP-5

                 |       | gravelly loamy| SP, SP-SM   |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 |  4-13 |Very gravelly  |GM, GP-GM,   |A-1          | 0-5  | 0-10 |50-75 |30-50 |20-35 | 5-20 |15-20 |NP-5

                 |       | loamy coarse  | SM, SP-SM   |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 | 13-17 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

206:             |       |               |             |             |      |      |      |      |      |      |      |

 Pinitos---------|  0-4  |Loam           |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |80-90 |65-75 |20-30 | 5-15

                 |  4-65 |Clay loam      |CL, SC       |A-6          |   0  |   0  | 100  | 100  |75-85 |45-55 |30-40 |10-20

                 |       |               |             |             |      |      |      |      |      |      |      |

207:             |       |               |             |             |      |      |      |      |      |      |      |

 Penistaja-------|  0-3  |Very fine sandy|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |65-85 |40-60 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-29 |Sandy clay     |CL, SC       |A-6          |   0  |   0  |95-100|95-100|80-90 |40-60 |30-35 |10-15

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 29-65 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|95-100|80-95 |40-60 |25-30 | 5-10

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-5  |Fine sandy loam|SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|55-70 |25-40 |20-30 | 5-10

                 |  5-60 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |20-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

208:             |       |               |             |             |      |      |      |      |      |      |      |

 Sedillo---------|  0-2  |Very gravelly  |GC-GM, SC-SM |A-2          | 0-3  |15-30 |40-65 |35-60 |25-45 |10-20 |20-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-8  |Very gravelly  |GC           |A-2          | 0-3  |15-30 |40-65 |35-60 |30-40 |20-30 |30-40 |10-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  8-65 |Extremely      |GC           |A-2          | 0-3  |15-45 |35-55 |30-50 |30-40 |25-35 |25-30 |10-15

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

210:             |       |               |             |             |      |      |      |      |      |      |      |

 Ildefonso-------|  0-9  |Very stony loam|GC, GC-GM    |A-4          | 5-10 |25-45 |50-70 |45-65 |40-55 |35-50 |25-30 | 5-10

                 |  9-60 |Very stony     |GC, GC-GM,   |A-4          | 5-10 |40-65 |50-85 |45-80 |40-60 |35-50 |25-30 | 5-10

                 |       | loam, very    | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loam   |             |             |      |      |      |      |      |      |      |

211:             |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-5  |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-40 |15-25 | 5-10

                 |  5-60 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Clovis----------|  0-5  |Fine sandy loam|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |70-90 |40-60 |20-25 | 5-10

                 |  5-60 |Sandy clay     |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-85 |25-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

213:             |       |               |             |             |      |      |      |      |      |      |      |

 Pinavetes-------|  0-7  |Sand           |SP-SM        |A-2, A-3     |   0  |   0  | 100  | 100  |50-60 | 5-10 | 0-10 |NP-5

                 |  7-60 |Fine sand,     |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |50-70 | 5-30 | 0-10 |NP-5

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

215:             |       |               |             |             |      |      |      |      |      |      |      |

 Ess-------------|  0-15 |Very cobbly    |SM           |A-2, A-4     | 0-5  |35-80 |80-95 |75-90 |45-65 |25-40 |15-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 15-29 |Very cobbly    |GC           |A-2, A-6     | 0-5  | 5-60 |55-70 |30-65 |25-60 |15-50 |30-40 |10-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 29-65 |Very cobbly    |GC-GM, GM,   |A-1, A-2     | 0-5  | 5-60 |35-70 |30-65 |25-60 |15-35 |15-30 |NP-10

                 |       | loam          | SC-SM, SM   |             |      |      |      |      |      |      |      |

215: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

217:             |       |               |             |             |      |      |      |      |      |      |      |

 Witt------------|  0-2  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |95-100|60-90 |20-30 | 5-10

                 |  2-9  |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|70-85 |20-30 |10-15

                 |  9-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |20-30 |10-15

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | silt loam     |             |             |      |      |      |      |      |      |      |

218:             |       |               |             |             |      |      |      |      |      |      |      |

 Ildefonso-------|  0-8  |Very cobbly    |GC, GC-GM    |A-4          | 5-10 |25-45 |50-70 |45-65 |40-55 |35-50 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  8-60 |Very stony     |GC, GC-GM,   |A-4          | 5-10 |40-65 |50-85 |45-80 |40-60 |35-50 |25-30 | 5-10

                 |       | loam, very    | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loam   |             |             |      |      |      |      |      |      |      |

220:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Vessilla--------|  0-2  |Sandy loam     |SC-SM        |A-2          |   0  | 0-10 | 100  | 100  |60-75 |25-35 |20-30 | 5-10

                 |  2-10 |Sandy loam,    |SC-SM        |A-2, A-4     |   0  | 0-10 |90-100|85-100|60-80 |25-40 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 10-14 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Menefee---------|  0-2  |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |80-90 |70-85 |35-40 |15-20

                 |  2-10 |Clay loam      |CL           |A-6          |   0  |   0  |90-100|85-100|75-90 |65-80 |35-40 |15-20

                 | 10-14 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

226:             |       |               |             |             |      |      |      |      |      |      |      |

 Galisteo--------|  0-10 |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |85-95 |60-75 |30-35 |10-15

                 | 10-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |40-55 |20-30

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

227:             |       |               |             |             |      |      |      |      |      |      |      |

 Hagerman--------|  0-4  |Fine sandy loam|SC-SM        |A-4          |   0  |   0  |95-100|90-100|65-80 |35-50 |20-30 | 5-10

                 |  4-34 |Sandy clay     |CL, SC       |A-6          |   0  |   0  |95-100|90-100|70-80 |45-60 |25-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 34-38 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

 Bond------------|  0-4  |Loamy fine sand|SM           |A-2, A-4     |   0  | 0-15 | 100  |95-100|50-85 |15-45 | 0-10 |NP-5

                 |  4-12 |Sandy clay loam|CL           |A-6          |   0  | 0-15 | 100  | 100  |75-90 |50-70 |20-35 |10-20

                 | 12-16 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

228:             |       |               |             |             |      |      |      |      |      |      |      |

 Winona----------|  0-2  |Very channery  |GM, SM       |A-1          | ---  |15-30 |40-65 |35-60 |25-40 |15-30 |20-25 |NP-5

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-13 |Very channery  |GC-GM, SC-SM |A-2          | ---  |15-30 |40-65 |35-60 |25-35 |10-35 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 13-17 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

230:             |       |               |             |             |      |      |      |      |      |      |      |

 Skyvillage------|  0-6  |Sandy loam     |SC-SM        |A-4          |   0  | 0-10 |95-100|85-100|60-80 |35-50 |20-25 | 5-10

                 |  6-11 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  | 0-10 |95-100|85-100|60-85 |35-65 |20-30 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 11-15 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

230: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Sandoval--------|  0-2  |Clay loam      |CL           |A-6          |   0  | 0-5  |80-100|75-100|70-85 |55-65 |35-40 |15-20

                 |  2-10 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|65-90 |50-85 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 10-14 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

231:             |       |               |             |             |      |      |      |      |      |      |      |

 Querencia-------|  0-3  |Loam           |CL-ML        |A-4          |   0  |   0  |90-100|85-100|65-80 |50-70 |20-30 | 5-10

                 |  3-21 |Loam, sandy    |CL           |A-6          |   0  |   0  |90-100|85-100|65-80 |55-70 |25-35 |10-15

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 21-60 |Loam, fine     |CL-ML, SC-SM |A-4          |   0  |   0  |90-100|85-100|60-75 |45-60 |25-30 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

234:             |       |               |             |             |      |      |      |      |      |      |      |

 Querencia-------|  0-3  |Fine sandy loam|SC-SM        |A-2, A-4     |   0  |   0  |90-100|85-100|70-80 |30-40 |20-25 | 5-10

                 |  3-25 |Loam, sandy    |CL           |A-6          |   0  |   0  |90-100|85-100|65-80 |55-70 |25-35 |10-15

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 25-60 |Loam, fine     |CL-ML, SC-SM |A-4          |   0  |   0  |90-100|85-100|60-75 |45-60 |25-30 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-11 |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-40 |15-25 | 5-10

                 | 11-60 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

235:             |       |               |             |             |      |      |      |      |      |      |      |

 Sandoval--------|  0-2  |Fine sandy loam|SC, SC-SM    |A-4          |   0  | 0-5  |80-100|75-100|60-75 |35-50 |20-25 | 5-10

                 |  2-19 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|65-90 |50-85 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 19-23 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

236:             |       |               |             |             |      |      |      |      |      |      |      |

 Sparank---------|  0-2  |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|90-100|80-95 |70-90 |35-45 |15-20

                 |  2-65 |Clay, silty    |CH, CL       |A-7          |   0  |   0  |95-100|90-100|80-95 |70-90 |40-55 |20-30

                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

237:             |       |               |             |             |      |      |      |      |      |      |      |

 Sparank---------|  0-4  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  |95-100|90-100|80-95 |75-90 |35-45 |15-20

                 |  4-60 |Clay, silty    |CH, CL       |A-7          |   0  |   0  |95-100|90-100|80-95 |70-90 |40-55 |15-30

                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

240:             |       |               |             |             |      |      |      |      |      |      |      |

 Penistaja-------|  0-5  |Fine sandy loam|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |75-90 |40-60 |20-25 | 5-10

                 |  5-29 |Sandy clay     |CL, SC       |A-6          |   0  |   0  |95-100|95-100|80-90 |40-60 |30-35 |10-15

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 29-60 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|95-100|80-95 |40-60 |25-30 | 5-10

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Hagerman--------|  0-2  |Fine sandy loam|SC-SM        |A-4          |   0  |   0  |95-100|90-100|65-80 |35-50 |20-30 | 5-10

                 |  2-24 |Sandy clay     |CL, SC       |A-6          |   0  |   0  |95-100|90-100|70-80 |45-60 |25-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 24-28 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

250:             |       |               |             |             |      |      |      |      |      |      |      |

 Pinavetes-------|  0-4  |Loamy fine sand|SM           |A-2          |   0  |   0  | 100  | 100  |50-70 |20-30 | 0-10 |NP-5

                 |  4-60 |Fine sand,     |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |50-70 | 5-30 | 0-10 |NP-5

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

262:             |       |               |             |             |      |      |      |      |      |      |      |

 Pastura---------|  0-3  |Loam           |CL           |A-6          |   0  |   0  | 100  |90-100|75-90 |55-75 |20-30 |10-15

                 |  3-14 |Gravelly loam  |CL, GC, SC   |A-6          |   0  |   0  |70-80 |65-75 |50-70 |35-60 |20-30 |10-15

                 | 14-40 |Indurated      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 | 40-80 |Extremely      |GM           |A-1          |   0  |40-50 |25-40 |25-40 |10-25 | 5-20 | 0-10 |NP-5

                 |       | gravelly      |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

270:             |       |               |             |             |      |      |      |      |      |      |      |

 Blancot---------|  0-2  |Fine sandy loam|CL, CL-ML,   |A-4          |   0  |   0  | 100  | 100  |75-90 |35-55 |20-30 | 5-10

                 |       |               | SC-SM       |             |      |      |      |      |      |      |      |

                 |  2-23 |Sandy clay     |CL           |A-6          |   0  |   0  | 100  | 100  |75-95 |50-70 |30-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 23-65 |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  |   0  | 100  | 100  |70-90 |30-50 |15-25 | 5-10

                 |       |               |             |             |      |      |      |      |      |      |      |

 Councelor-------|  0-2  |Fine sandy loam|SC-SM, SM    |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |15-25 |NP-5

                 |  2-65 |Fine sandy     |SC, SC-SM, SM|A-2, A-4     |   0  |   0  | 100  |90-100|65-90 |30-50 |15-25 |NP-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Tsosie----------|  0-2  |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |85-95 |75-85 |30-40 |15-20

                 |  2-36 |Loam, clay loam|CL           |A-6          |   0  |   0  |80-100|75-100|70-100|50-85 |25-40 |10-20

                 | 36-60 |Stratified     |CL           |A-6          |   0  |   0  |85-100|75-90 |60-75 |50-65 |25-40 |10-20

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

281:             |       |               |             |             |      |      |      |      |      |      |      |

 Carjo-----------|  0-4  |Loam           |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |70-85 |60-75 |20-30 | 5-15

                 |  4-20 |Clay loam, clay|CL           |A-7          |   0  |   0  | 100  | 100  |80-95 |65-80 |40-50 |20-25

                 | 20-25 |Very fine sandy|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |85-100|40-70 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 25-29 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

282:             |       |               |             |             |      |      |      |      |      |      |      |

 Tocal-----------|  0-5  |Very fine sandy|ML           |A-4          |   0  |   0  | 100  | 100  |85-95 |50-70 |15-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  5-11 |Clay loam, clay|CL           |A-7          |   0  |   0  | 100  | 100  |85-95 |70-85 |40-50 |20-25

                 | 11-14 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |80-90 |65-80 |25-35 |10-15

                 | 14-20 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

283:             |       |               |             |             |      |      |      |      |      |      |      |

 Mirand----------|  0-4  |Loam           |CL           |A-6          | 0-3  | 0-10 |90-100|85-100|75-85 |60-70 |30-35 |10-15

                 |  4-60 |Cobbly clay,   |CH, CL       |A-7          | 0-3  | 0-30 |80-100|70-100|65-80 |55-70 |40-55 |20-30

                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Alanos----------|  0-9  |Cobbly loam    |CL           |A-6          | 0-5  |15-30 |75-95 |70-90 |60-70 |50-65 |25-35 |10-15

                 |  9-65 |Extremely      |GC, GP-GC    |A-2          | 0-10 |25-45 |15-45 |10-40 |10-35 | 5-30 |40-50 |20-30

                 |       | gravelly clay |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly clay |             |             |      |      |      |      |      |      |      |

290:             |       |               |             |             |      |      |      |      |      |      |      |

 Alanos----------|  0-9  |Loam           |CL           |A-6          |   0  | 0-10 |90-95 |85-90 |70-85 |55-70 |25-35 |10-15

                 |  9-18 |Very gravelly  |GC           |A-2          |   0  | 0-10 |35-55 |30-50 |25-40 |15-30 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 18-65 |Extremely      |GC           |A-2          | 0-5  |25-45 |15-45 |10-30 |10-30 |10-20 |45-55 |20-30

                 |       | gravelly clay |             |             |      |      |      |      |      |      |      |

290: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

300:             |       |               |             |             |      |      |      |      |      |      |      |

 Waumac----------|  0-3  |Loamy sand     |SP-SM, SM    |A-2          |   0  |   0  |95-100|95-100|55-65 |10-20 |10-15 |NP-5

                 |  3-31 |Fine sandy     |SC-SM, CL-ML |A-4          |   0  |   0  |95-100|95-100|65-90 |35-55 |20-25 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 31-65 |Gravelly fine  |GC-GM, SC-SM |A-1, A-2, A-4|   0  |   0  |55-80 |50-75 |45-65 |20-40 |20-25 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Bamac-----------|  0-6  |Gravelly loamy |SM, SP-SM    |A-1, A-2     |   0  | 0-10 |60-80 |55-75 |40-60 |10-25 | 0-10 |NP-5

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |  6-60 |Very gravelly  |GM, GP, GP-GM|A-1          |   0  | 0-10 |35-55 |30-50 |20-35 | 0-15 | 0-10 |NP-5

                 |       | coarse sand,  |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy coarse  |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

301:             |       |               |             |             |      |      |      |      |      |      |      |

 Vastine---------|  0-4  |Silt loam      |CL           |A-6          |   0  |   0  |85-100|80-95 |65-90 |55-75 |25-35 |10-15

                 |  4-22 |Loam           |CL           |A-6          |   0  |   0  |85-100|80-95 |60-90 |50-75 |25-35 |10-15

                 | 22-60 |Very gravelly  |SP-SM, SM,   |A-1          |   0  | 0-10 |35-60 |30-55 |10-30 | 5-20 |15-20 |NP-5

                 |       | loamy sand    | GP-GM, GM   |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Jarola----------|  0-9  |Silt loam      |CL-ML        |A-4          |   0  |   0  | 100  | 100  |85-100|65-85 |25-30 | 5-10

                 |  9-11 |Silt loam, loam|CL-ML        |A-4          |   0  |   0  | 100  | 100  |70-90 |60-80 |20-25 | 5-10

                 | 11-21 |Clay, clay     |CL           |A-6          |   0  |   0  | 100  | 100  |85-95 |75-85 |35-40 |15-20

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

301: Cont.       |       | clay loam     |             |             |      |      |      |      |      |      |      |

 Jarola          | 21-42 |Gravelly sandy |GC, SC       |A-2, A-6     | ---  | 0-5  |65-80 |60-75 |40-55 |30-40 |35-40 |15-20

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 42-65 |Very gravelly  |GC-GM        |A-2          | ---  | 5-10 |40-55 |35-50 |25-35 |15-25 |20-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

302:             |       |               |             |             |      |      |      |      |      |      |      |

 Tranquilar------|  0-13 |Silty clay loam|CL           |A-6          |   0  | 0-15 | 100  |95-100|95-100|75-90 |35-40 |15-20

                 | 13-65 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |85-95 |80-90 |60-80 |30-45

                 |       | clay          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Jarmillo--------|  0-20 |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |80-100|60-75 |20-30 | 5-10

                 | 20-36 |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |80-100|60-70 |20-25 | 5-10

                 | 36-41 |Fine sandy     |SC-SM, CL-ML |A-4          |   0  |   0  | 100  | 100  |70-100|45-70 |20-25 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 41-51 |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|70-85 |35-40 |15-20

                 | 51-65 |Very fine sandy|SC-SM, CL-ML |A-4          |   0  |   0  |80-100|75-100|60-85 |40-60 |15-25 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

304:             |       |               |             |             |      |      |      |      |      |      |      |

 Cosey-----------|  0-15 |Silt loam      |CL, CL-ML    |A-4          | 0-2  | 0-10 |95-100|90-100|80-90 |65-80 |25-30 | 5-10

                 | 15-28 |Gravelly loam  |GC, GC-GM,   |A-4, A-2     | 0-2  | 0-10 |60-75 |55-70 |50-60 |25-45 |20-30 | 5-10

                 |       |               | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 | 28-34 |Very gravelly  |GC           |A-2          | 0-2  | 0-5  |40-55 |35-50 |30-45 |15-35 |30-40 |10-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 34-65 |Extremely      |GC           |A-6, A-2     | 0-5  |40-60 |45-65 |40-60 |35-50 |20-40 |30-40 |10-20

                 |       | cobbly clay   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

 Jarmillo--------|  0-17 |Silt loam      |CL-ML        |A-4          |   0  |   0  | 100  | 100  |80-100|60-75 |20-30 | 5-10

                 | 17-60 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |70-100|45-70 |20-25 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

307:             |       |               |             |             |      |      |      |      |      |      |      |

 Flugle----------|  0-3  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  |90-100|65-80 |55-65 |20-30 | 5-10

                 |  3-19 |Sandy clay loam|CL, SC       |A-6          |   0  |   0  | 100  |90-100|60-80 |40-60 |30-40 |10-20

                 | 19-65 |Fine sandy loam|SC-SM        |A-4, A-2     |   0  |   0  | 100  |90-100|50-60 |30-40 |20-30 | 5-10

                 |       |               |             |             |      |      |      |      |      |      |      |

 Waumac----------|  0-3  |Loamy sand     |SM, SP-SM    |A-2          |   0  |   0  |95-100|95-100|55-65 |10-20 |10-15 |NP-5

                 |  3-60 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|95-100|65-90 |35-55 |20-25 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

308:             |       |               |             |             |      |      |      |      |      |      |      |

 Cajete----------|  0-15 |Gravelly loam  |GC-GM, SC-SM |A-4          |   0  |   0  |65-80 |60-75 |50-60 |40-50 |25-30 | 5-10

                 | 15-33 |Very gravelly  |GC-GM        |A-2, A-1     |   0  |   0  |30-55 |25-50 |20-40 |10-30 |20-25 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 33-65 |Very gravelly  |GM, GP       |A-1          |   0  |   0  |25-35 |25-35 |10-30 | 0-15 | 0-10 |NP-5

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

311:             |       |               |             |             |      |      |      |      |      |      |      |

 Cosey-----------|  0-13 |Silt loam      |CL, CL-ML    |A-4          | 0-2  | 0-10 |95-100|90-100|80-90 |65-80 |25-30 | 5-10

                 | 13-24 |Gravelly loam  |SC-SM, SC,   |A-2, A-4     | 0-2  | 0-10 |60-75 |55-70 |50-60 |25-45 |20-30 | 5-10

                 |       |               | GC-GM, GC   |             |      |      |      |      |      |      |      |

                 | 24-60 |Extremely      |GC           |A-6, A-2     | 0-5  |40-60 |45-65 |40-60 |35-50 |20-40 |30-40 |10-20

                 |       | cobbly clay   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Tranquilar------|  0-20 |Silt loam      |CL           |A-6          |   0  | 0-15 | 100  |95-100|95-100|70-80 |25-35 |10-15

                 | 20-60 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |85-95 |80-90 |60-80 |30-45

                 |       | clay          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Calaveras-------|  0-11 |Silt loam      |CL-ML        |A-4          |   0  | 0-10 |90-100|85-100|65-85 |55-70 |20-30 | 5-10

                 | 11-17 |Gravelly silt  |CL-ML, GC-GM,|A-4          | 0-3  | 0-10 |60-80 |55-75 |50-65 |40-55 |20-30 | 5-10

                 |       | loam          | SC-SM       |             |      |      |      |      |      |      |      |

311: Cont.       | 17-30 |Very cobbly    |GC-GM        |A-2          | 0-5  |25-40 |30-45 |25-40 |20-35 |15-25 |15-25 | 5-10

 Calaveras       |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 30-65 |Extremely      |GC-GM, GM    |A-2, A-1     | 0-5  |55-65 |40-50 |35-45 |20-40 |15-35 |15-25 |NP-5

                 |       | cobbly coarse |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loamy  |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

312:             |       |               |             |             |      |      |      |      |      |      |      |

 Royosa----------|  0-5  |Sand           |SM, SP-SM    |A-2, A-3, A-1|   0  |   0  | 100  | 100  |45-65 | 5-15 | 0-5  |  NP

                 |  5-60 |Loamy sand,    |SM, SP-SM    |A-3, A-2     |   0  |   0  | 100  | 100  |50-80 | 5-35 | 0-5  |  NP

                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

314:             |       |               |             |             |      |      |      |      |      |      |      |

 Fragua----------|  0-3  |Loamy sand     |SC-SM, SM    |A-2          |   0  |   0  | 100  | 100  |50-75 |15-30 |15-20 |NP-5

                 |  3-24 |Sandy loam     |SC, SC-SM    |A-4          |   0  |   0  |95-100|90-100|65-75 |35-50 |20-25 | 5-10

                 | 24-65 |Sandy loam     |SC, SC-SM    |A-2, A-4     |   0  |   0  |95-100|90-100|80-90 |30-40 |20-25 | 5-10

                 |       |               |             |             |      |      |      |      |      |      |      |

 Waumac----------|  0-3  |Loamy fine sand|SM           |A-2          |   0  |   0  |95-100|95-100|65-75 |15-25 |10-15 |NP-5

                 |  3-60 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|95-100|65-90 |35-55 |20-25 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Royosa----------|  0-8  |Fine sand      |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |75-85 | 5-25 | 0-5  |  NP

                 |  8-65 |Loamy sand,    |SM, SP-SM    |A-3, A-2     |   0  |   0  | 100  | 100  |50-80 | 5-35 | 0-5  |  NP

                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

317:             |       |               |             |             |      |      |      |      |      |      |      |

 Elpedro---------|  0-2  |Loam           |CL, CL-ML    |A-4          |   0  |   0  |95-100|90-100|75-90 |65-80 |25-30 | 5-10

                 |  2-22 |Silty clay loam|CL           |A-7          |   0  |   0  |95-100|90-100|85-95 |80-90 |40-50 |20-25

                 | 22-60 |Loam, silt loam|CL           |A-6          |   0  |   0  |95-100|90-100|80-95 |70-90 |30-40 |10-15

319:             |       |               |             |             |      |      |      |      |      |      |      |

 Bamac-----------|  0-4  |Very gravelly  |GM           |A-1          |   0  | 0-15 |35-55 |30-50 |25-35 |15-25 | 0-10 |NP-5

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |  4-10 |Loamy sand,    |SM, SP-SM    |A-3, A-2     |   0  | 0-5  |90-100|85-95 |50-65 | 5-20 | 0-10 |NP-5

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 | 10-65 |Very gravelly  |GM, GP, GP-GM|A-1          |   0  | 0-10 |35-55 |30-50 |20-35 | 0-15 | 0-10 |NP-5

                 |       | coarse sand,  |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy coarse  |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

320:             |       |               |             |             |      |      |      |      |      |      |      |

 Sparham---------|  0-9  |Silt loam      |CL           |A-6          |   0  |   0  |85-100|75-100|70-85 |65-80 |30-35 |10-15

                 |  9-60 |Clay loam,     |CH, CL       |A-7          |   0  |   0  |85-100|75-100|70-95 |65-90 |40-60 |20-30

                 |       | silty clay,   |             |             |      |      |      |      |      |      |      |

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

321:             |       |               |             |             |      |      |      |      |      |      |      |

 Waumac----------|  0-3  |Loamy fine sand|SM           |A-2          |   0  |   0  |95-100|95-100|65-75 |15-25 |10-15 |NP-5

                 |  3-60 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|95-100|65-90 |35-55 |20-25 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

321: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Royosa----------|  0-12 |Fine sand      |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |75-85 | 5-25 | 0-5  |  NP

                 | 12-60 |Loamy sand,    |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |50-80 | 5-35 | 0-5  |  NP

                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

322:             |       |               |             |             |      |      |      |      |      |      |      |

 Fragua----------|  0-3  |Very cobbly    |GC-GM, SC-SM |A-2          | 0-5  |40-55 |55-85 |50-80 |35-55 |20-35 |20-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-16 |Sandy loam,    |SC-SM        |A-4          |   0  | 0-5  |95-100|90-100|65-75 |35-50 |20-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-45 |Loamy fine sand|SM           |A-2, A-4     |   0  | 0-5  |95-100|90-100|80-90 |30-40 |15-20 |NP-5

                 | 45-49 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

324:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Atarque---------|  0-3  |Sandy loam     |SC-SM        |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |20-25 | 5-10

                 |  3-14 |Sandy clay     |CL, SC       |A-6          |   0  |   0  | 100  | 100  |80-95 |40-60 |30-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 14-18 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Menefee---------|  0-2  |Gravelly loam  |GC, SC       |A-6          |   0  | 0-10 |70-85 |60-75 |40-60 |30-45 |30-35 |10-15

                 |  2-9  |Clay loam      |CL           |A-6          |   0  |   0  |90-100|85-100|75-90 |65-80 |35-40 |15-20

                 |  9-13 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

325:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Espiritu--------|  0-2  |Very gravelly  |GC, GC-GM    |A-1, A-2     | 0-5  |10-30 |40-55 |35-50 |25-35 |15-25 |25-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-20 |Very gravelly  |GC           |A-2          | 0-5  |10-30 |40-55 |35-50 |30-45 |25-35 |30-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 20-50 |Very gravelly  |GC           |A-2, A-6     | 0-5  |10-30 |40-55 |35-50 |35-45 |30-45 |25-30 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 50-54 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Vessilla--------|  0-1  |Very gravelly  |GC, GC-GM,   |A-1, A-2     | ---  | 0-10 |60-80 |55-75 |45-60 |15-25 |20-30 | 5-10

                 |       | sandy loam    | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |  1-10 |Gravelly fine  |GC, GC-GM,   |A-1, A-2, A-4| ---  | 0-10 |60-80 |55-75 |40-60 |15-40 |15-25 | 5-10

                 |       | sandy loam,   | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |       | gravelly loam |             |             |      |      |      |      |      |      |      |

                 | 10-14 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

342:             |       |               |             |             |      |      |      |      |      |      |      |

 Waumac----------|  0-5  |Loamy fine sand|SM           |A-2          |   0  |   0  |95-100|95-100|65-75 |15-25 |10-15 |NP-5

                 |  5-60 |Fine sandy     |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|95-100|65-90 |35-55 |20-25 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

 Vessilla--------|  0-3  |Fine sandy loam|SC-SM        |A-2, A-4     |   0  | 0-10 |90-100|85-100|70-80 |30-40 |20-30 | 5-10

                 |  3-13 |Sandy loam,    |SC-SM        |A-2, A-4     |   0  | 0-10 |90-100|85-100|60-80 |25-40 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 13-17 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

342: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

345:             |       |               |             |             |      |      |      |      |      |      |      |

 Espiritu--------|  0-6  |Very gravelly  |GC, GC-GM    |A-1, A-2     |   0  |10-30 |40-55 |35-50 |25-35 |15-25 |25-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-22 |Very gravelly  |GC           |A-2          |   0  |10-30 |40-55 |35-50 |30-45 |25-35 |30-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 22-38 |Very cobbly    |GC           |A-2          |   0  |25-45 |50-60 |45-55 |35-50 |25-35 |30-35 |10-15

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 38-46 |Fine sandy loam|SC, SC-SM    |A-2          |   0  |   0  | 100  | 100  |75-95 |25-35 |20-30 | 5-10

                 | 46-65 |Very gravelly  |GC, GC-GM    |A-1, A-2     |   0  |15-30 |30-55 |25-50 |20-40 |15-25 |20-25 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Bamac-----------|  0-3  |Very gravelly  |GM           |A-1          |   0  | 0-15 |35-55 |30-50 |25-35 |15-25 | 0-10 |NP-5

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |  3-60 |Very gravelly  |GM, GP, GP-GM|A-1          |   0  | 0-10 |35-55 |30-50 |20-35 | 0-15 | 0-10 |NP-5

                 |       | coarse sand,  |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy coarse  |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

346:             |       |               |             |             |      |      |      |      |      |      |      |

 Espiritu--------|  0-2  |Extremely      |GP, GP-GC    |A-1, A-2     |10-20 |45-60 |10-50 | 5-45 | 5-25 | 0-10 |20-25 | 5-10

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-24 |Very gravelly  |GC           |A-2          | 0-3  |10-30 |40-55 |35-50 |25-40 |15-30 |30-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 24-36 |Extremely      |GC, GC-GM,   |A-1, A-2     | 0-3  |15-30 |30-55 |25-50 |20-40 |10-25 |20-30 | 5-10

                 |       | gravelly sandy| GP-GC       |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 36-65 |Extremely      |GC-GM, GM,   |A-1          | 0-3  |15-30 |30-55 |25-50 |15-35 | 5-20 |15-20 |NP-5

                 |       | gravelly loamy| GP-GM       |             |      |      |      |      |      |      |      |

                 |       | sand, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

348:             |       |               |             |             |      |      |      |      |      |      |      |

 Wauquie---------|  0-2  |Extremely      |GC, GP-GC    |A-1, A-2     | 0-5  |15-20 |35-50 |25-40 |20-35 | 5-20 |20-25 | 5-10

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |  2-16 |Very gravelly  |GC, SC, SP-SC|A-2, A-6     | 0-5  |15-30 |60-70 |55-65 |30-50 |10-45 |25-30 |10-15

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-40 |Very gravelly  |SP-SM        |A-1          | 0-5  |15-30 |60-70 |55-65 |30-45 | 5-10 |15-20 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 40-60 |Extremely      |GP-GM        |A-1          | 0-5  |15-30 |35-40 |25-35 |20-30 | 5-10 | 0-5  |NP-5

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

353:             |       |               |             |             |      |      |      |      |      |      |      |

 Cochiti---------|  0-4  |Extremely      |GC-GM        |A-1, A-2     | 0-5  |15-30 |20-35 |15-30 |15-25 |10-20 |25-30 | 5-10

                 |       | gravelly loam |             |             |      |      |      |      |      |      |      |

                 |  4-22 |Very gravelly  |GC           |A-2, A-7     | 0-2  |10-15 |45-60 |40-55 |35-50 |30-45 |40-50 |20-25

                 |       | clay, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly clay |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 22-60 |Very gravelly  |GC-GM, GM    |A-1, A-2     | 0-2  |10-15 |35-55 |30-50 |25-40 |15-30 |15-25 |NP-5

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Espiritu--------|  0-3  |Very gravelly  |GC, SC       |A-2          | 0-5  |15-30 |45-70 |35-60 |30-50 |20-35 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-16 |Very gravelly  |GC           |A-2          | 0-3  |10-30 |40-55 |35-50 |25-40 |15-30 |30-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-60 |Extremely      |GC-GM, GM,   |A-1          | 0-3  |15-30 |30-55 |25-50 |15-35 | 5-20 |15-20 |NP-5

                 |       | gravelly loamy| GP-GM       |             |      |      |      |      |      |      |      |

                 |       | sand, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

354:             |       |               |             |             |      |      |      |      |      |      |      |

 Waumac Variant--|  0-3  |Very gravelly  |GC-GM, GM,   |A-1, A-2     |   0  | 0-10 |35-60 |30-50 |20-45 |10-30 |15-20 |NP-5

                 |       | sandy loam    | GP-GM       |             |      |      |      |      |      |      |      |

                 |  3-12 |Very gravelly  |GC-GM, GM,   |A-1, A-2     |   0  | 0-10 |35-60 |30-50 |20-45 |10-30 |15-20 |NP-5

                 |       | sandy loam    | GP-GM       |             |      |      |      |      |      |      |      |

                 | 12-16 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

358:             |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-3  |Very gravelly  |GC           |A-2          | 0-5  | 5-15 |50-60 |40-50 |35-45 |25-35 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-19 |Very gravelly  |GC           |A-2          | 0-3  | 5-15 |50-60 |40-50 |35-45 |25-35 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 19-23 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Elpedro---------|  0-3  |Very gravelly  |GC, GC-GM    |A-1, A-2     | ---  | 0-5  |30-45 |25-40 |20-35 |15-25 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-37 |Silty clay loam|CL           |A-7          |   0  |   0  |95-100|90-100|85-95 |80-90 |40-50 |20-25

                 | 37-60 |Loam, silt loam|CL           |A-6          |   0  |   0  |95-100|90-100|80-95 |70-90 |30-40 |10-15

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

396:             |       |               |             |             |      |      |      |      |      |      |      |

 Atarque---------|  0-2  |Extremely      |GC-GM, GP-GC |A-1, A-2     | 0-5  |15-30 |30-40 |25-35 |15-25 | 5-15 |20-25 | 5-10

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-16 |Sandy clay     |CL, SC       |A-6          |   0  |   0  | 100  | 100  |80-95 |40-60 |30-40 |10-20

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-22 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Menefee---------|  0-2  |Gravelly clay  |CL           |A-6          |   0  | 0-5  |80-100|50-75 |40-60 |30-60 |30-40 |10-20

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-14 |Clay loam      |CL           |A-6          |   0  |   0  | 100  |80-100|70-90 |60-80 |25-40 | 5-20

                 | 14-18 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

397:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Cucho-----------|  0-2  |Very gravelly  |GC           |A-2          |   0  |   0  |35-55 |25-50 |20-40 |15-35 |35-40 |15-20

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |  2-37 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|80-90 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 37-40 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Vessilla--------|  0-2  |Gravelly fine  |GC, GC-GM,   |A-2          | ---  | 0-10 |60-80 |55-75 |50-65 |15-30 |20-30 | 5-10

                 |       | sandy loam    | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |  2-11 |Gravelly fine  |GC, GC-GM,   |A-1, A-2, A-4| ---  | 0-10 |60-80 |55-75 |40-60 |15-40 |15-25 | 5-10

                 |       | sandy loam,   | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |       | gravelly loam |             |             |      |      |      |      |      |      |      |

                 | 11-15 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

398:             |       |               |             |             |      |      |      |      |      |      |      |

 Cucho-----------|  0-2  |Very gravelly  |GC           |A-2          |   0  |   0  |35-55 |25-50 |20-40 |15-35 |35-40 |15-20

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |  2-37 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|80-90 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 37-40 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Espiritu--------|  0-4  |Very gravelly  |GC, GC-GM    |A-1, A-2     |   0  |10-30 |40-55 |35-50 |25-35 |15-25 |25-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

398: Cont.       |  4-24 |Very gravelly  |GC           |A-2          |   0  |10-30 |40-55 |35-50 |30-45 |25-35 |30-40 |15-20

 Espiritu        |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 24-60 |Very gravelly  |GC, GC-GM    |A-1, A-2     |   0  |15-30 |30-55 |25-50 |20-40 |15-25 |20-25 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

399:             |       |               |             |             |      |      |      |      |      |      |      |

 Cucho-----------|  0-2  |Very gravelly  |GC           |A-2          |   0  |   0  |35-55 |25-50 |20-40 |15-35 |35-40 |15-20

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |  2-37 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|80-90 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 37-40 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Teco------------|  0-1  |Very cobbly    |GC, GC-GM,   |A-1, A-2, A-4| 0-5  |30-45 |55-75 |50-70 |35-55 |20-40 |15-25 | 5-10

                 |       | fine sandy    | SC-SM       |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  1-40 |Sandy clay,    |CH, CL       |A-7          |   0  |   0  | 100  | 100  |80-95 |55-80 |40-60 |20-30

                 |       | clay          |             |             |      |      |      |      |      |      |      |

                 | 40-45 |Very gravelly  |GC-GM, GM,   |A-1          | 0-3  | 0-15 |35-50 |30-45 |20-40 |10-20 |15-25 |NP-5

                 |       | fine sandy    | GP-GM       |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 45-65 |Sandy clay loam|CL           |A-6          |   0  |   0  | 100  |95-100|70-90 |50-70 |30-40 |15-20

405:             |       |               |             |             |      |      |      |      |      |      |      |

 Charo-----------|  0-5  |Very cobbly    |GC, SC       |A-2, A-6     | 0-5  |20-30 |45-70 |40-65 |30-50 |25-40 |30-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  5-28 |Clay           |CH, CL       |A-7          | 0-3  | 0-15 |95-100|90-100|85-95 |75-85 |40-60 |20-30

                 | 28-32 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

405: Cont        |       |               |             |             |      |      |      |      |      |      |      |

 Charo-----------|  0-8  |Loam           |CL           |A-6          | 0-3  | 0-15 |95-100|90-100|75-90 |65-80 |30-35 |10-15

                 |  8-38 |Clay           |CH, CL       |A-7          | 0-3  | 0-15 |95-100|90-100|85-95 |75-85 |40-60 |20-30

                 | 38-42 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

409:             |       |               |             |             |      |      |      |      |      |      |      |

 Santa Fe--------|  0-3  |Very gravelly  |GC, GC-GM    |A-1, A-2     | 0-3  | 0-15 |40-55 |30-50 |20-35 |10-20 |20-25 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  3-8  |Very gravelly  |GC           |A-2          | 0-5  |10-20 |40-60 |35-55 |25-45 |15-30 |30-40 |10-20

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |  8-12 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

410:             |       |               |             |             |      |      |      |      |      |      |      |

 Zia-------------|  0-10 |Loam           |CL, CL-ML,   |A-4, A-6     |   0  |   0  |90-100|85-100|70-90 |45-65 |25-35 | 5-15

                 |       |               | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 | 10-60 |Sandy loam,    |SC, SC-SM    |A-2, A-4     |   0  |   0  |80-100|75-100|60-75 |25-45 |20-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

414:             |       |               |             |             |      |      |      |      |      |      |      |

 Wauquie---------|  0-3  |Very gravelly  |GC, GC-GM,   |A-1, A-2     | 0-5  |15-20 |50-75 |35-60 |25-40 |10-20 |20-25 | 5-10

                 |       | fine sandy    | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-30 |Very gravelly  |GC, GP-GC    |A-2          | 0-5  |15-40 |30-55 |15-40 |10-30 | 5-15 |30-35 |10-15

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

414: Cont.       |       | clay loam     |             |             |      |      |      |      |      |      |      |

 Wauquie         | 30-65 |Very gravelly  |GC-GM, GM,   |A-1          | 0-5  |15-40 |30-55 |15-40 |10-20 | 5-15 |15-20 |NP-5

                 |       | loamy coarse  | GP-GM       |             |      |      |      |      |      |      |      |

                 |       | sand, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sand |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

417:             |       |               |             |             |      |      |      |      |      |      |      |

 Jocity----------|  0-10 |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |70-80 |55-65 |20-30 | 5-10

                 | 10-26 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-15

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 26-50 |Stratified loam|CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |60-70 |50-60 |25-35 | 5-15

                 |       | to sandy clay |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 50-65 |Stratified     |SM           |A-2, A-4     |   0  |   0  | 100  | 100  |75-90 |20-40 |10-15 |NP-5

                 |       | loamy sand to |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

418:             |       |               |             |             |      |      |      |      |      |      |      |

 Jocity----------|  0-12 |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|70-80 |30-40 |10-15

                 | 12-30 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-15

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 30-60 |Stratified     |SM           |A-2, A-4     |   0  |   0  | 100  | 100  |75-90 |20-40 |10-15 |NP-5

                 |       | loamy sand to |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

419:             |       |               |             |             |      |      |      |      |      |      |      |

 Santa Fe--------|  0-9  |Extremely      |GC, GP-GC    |A-1, A-2     | 0-5  |45-50 |25-50 |20-45 |10-25 | 5-15 |15-25 | 5-10

                 |       | cobbly coarse |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  9-16 |Very gravelly  |GC           |A-2          | 0-5  |10-20 |40-60 |35-55 |25-45 |15-30 |30-40 |10-20

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 16-20 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Wauquie---------|  0-4  |Extremely      |GC-GM, GP-GC,|A-1, A-2     | 5-15 |35-45 |40-65 |20-45 |15-40 | 5-15 |20-25 | 5-10

                 |       | cobbly fine   | SP-SC       |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  4-18 |Extremely      |GC, SC       |A-2          | 5-15 |25-50 |45-85 |30-70 |25-50 |20-35 |30-35 |10-15

                 |       | cobbly sandy  |             |             |      |      |      |      |      |      |      |

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | very cobbly   |             |             |      |      |      |      |      |      |      |

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly loam   |             |             |      |      |      |      |      |      |      |

                 | 18-65 |Extremely      |GM, GP, SM,  |A-1, A-2     | 5-15 |25-50 |45-85 |30-70 |20-50 | 0-30 |15-20 |NP-5

                 |       | cobbly sandy  | SP          |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sand,  |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | cobbly sand   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

420:             |       |               |             |             |      |      |      |      |      |      |      |

 Pinavetes-------|  0-10 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |50-70 |20-30 | 0-10 |NP-5

                 | 10-65 |Fine sand,     |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |50-70 | 5-30 | 0-10 |NP-5

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

421:             |       |               |             |             |      |      |      |      |      |      |      |

 Gilco-----------|  0-7  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |75-95 |65-85 |20-30 | 5-10

                 |  7-19 |Very fine sandy|CL-ML        |A-4          |   0  |   0  | 100  | 100  |60-80 |50-70 |20-25 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 19-65 |Stratified very|CL-ML        |A-4          |   0  |   0  |95-100|90-100|65-90 |55-80 |20-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to loam  |             |             |      |      |      |      |      |      |      |

422:             |       |               |             |             |      |      |      |      |      |      |      |

 Vessilla--------|  0-1  |Sandy loam     |SC-SM        |A-2          |   0  | 0-10 | 100  | 100  |60-75 |25-35 |20-30 | 5-10

                 |  1-15 |Sandy loam,    |SC-SM        |A-2, A-4     |   0  | 0-10 |90-100|85-100|60-80 |25-40 |15-25 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 15-19 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Menefee---------|  0-3  |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |80-90 |70-85 |35-40 |15-20

                 |  3-10 |Clay loam      |CL           |A-6          |   0  |   0  |90-100|85-100|75-90 |65-80 |35-40 |15-20

                 | 10-14 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Orlie-----------|  0-4  |Loam           |CL           |A-6          |   0  |   0  |80-100|75-100|70-80 |60-70 |30-35 |10-15

                 |  4-14 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|75-95 |70-85 |35-40 |15-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 14-60 |Clay loam,     |CL           |A-6          |   0  |   0  |80-100|75-100|70-85 |50-80 |35-40 |15-20

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

423:             |       |               |             |             |      |      |      |      |      |      |      |

 Gilco-----------|  0-8  |Loam           |CL-ML        |A-4          |   0  |   0  |85-100|75-100|65-80 |55-70 |20-25 | 5-10

                 |  8-60 |Stratified fine|CL-ML, SC-SM |A-4          |   0  |   0  |85-100|75-100|60-75 |45-60 |20-25 | 5-10

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | silt loam     |             |             |      |      |      |      |      |      |      |

426:             |       |               |             |             |      |      |      |      |      |      |      |

 Aga-------------|  0-8  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |85-95 |65-80 |20-30 | 5-10

                 |  8-20 |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |85-95 |55-70 |20-30 | 5-10

                 | 20-36 |Loamy sand,    |SM           |A-1, A-2     |   0  |   0  | 100  |90-100|45-65 |10-20 | 0-10 |  NP

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 | 36-60 |Gravelly sand  |SM, SP-SM    |A-1          |   0  |   0  |65-90 |55-75 |35-50 | 5-15 | 0-10 |  NP

                 |       |               |             |             |      |      |      |      |      |      |      |

427:             |       |               |             |             |      |      |      |      |      |      |      |

 Aga-------------|  0-8  |Loam           |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |70-95 |45-70 |20-30 | 5-10

                 |  8-28 |Loam           |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|90-100|65-95 |40-70 |20-25 | 5-10

                 | 28-65 |Sand, loamy    |SM, SP-SM    |A-2, A-3     |   0  |   0  |90-100|85-100|50-80 | 5-30 | 0-10 |NP-5

                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

428:             |       |               |             |             |      |      |      |      |      |      |      |

 Aga-------------|  0-4  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |85-95 |65-80 |20-30 | 5-10

                 |  4-16 |Very fine sandy|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |85-95 |45-60 |15-25 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-22 |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |85-95 |55-70 |20-30 | 5-10

                 | 22-60 |Loamy sand,    |SM           |A-1, A-2     |   0  |   0  | 100  |90-100|45-65 |10-20 | 0-10 |  NP

                 |       | sand          |             |             |      |      |      |      |      |      |      |

430:             |       |               |             |             |      |      |      |      |      |      |      |

 Trail-----------|  0-10 |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |60-80 |50-65 |20-30 | 5-10

                 | 10-34 |Loamy sand,    |SM, SP-SM    |A-1, A-2, A-3|   0  |   0  |80-100|75-100|40-75 | 5-30 | 0-10 |  NP

                 |       | loamy fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand, sand    |             |             |      |      |      |      |      |      |      |

                 | 34-60 |Stratified sand|CL-ML, ML,   |A-1, A-2, A-4|   0  |   0  |65-100|60-100|40-65 |20-55 |15-25 |NP-10

                 |       | and gravel to | SC-SM, SM   |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

431:             |       |               |             |             |      |      |      |      |      |      |      |

 Trail-----------|  0-10 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |60-65 |20-25 |15-20 |NP-5

                 | 10-60 |Stratified sand|CL-ML, ML,   |A-1, A-2, A-4|   0  |   0  |65-100|60-100|40-65 |20-55 |15-25 |NP-10

                 |       | and gravel to | SC-SM, SM   |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

433:             |       |               |             |             |      |      |      |      |      |      |      |

 Peralta---------|  0-10 |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |80-90 |65-75 |25-30 | 5-10

                 | 10-65 |Stratified     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |60-80 |40-60 |20-25 | 5-10

                 |       | loamy sand to |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

434:             |       |               |             |             |      |      |      |      |      |      |      |

 Peralta---------|  0-4  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |80-90 |65-75 |25-30 | 5-10

                 |  4-60 |Stratified     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |60-80 |40-60 |20-25 | 5-10

                 |       | loamy sand to |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

437:             |       |               |             |             |      |      |      |      |      |      |      |

 Peralta---------|  0-4  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |80-90 |65-75 |25-35 |10-15

                 |  4-60 |Stratified     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |60-80 |40-60 |20-25 | 5-10

                 |       | loamy sand to |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

500:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Osha------------|  0-10 |Very gravelly  |GM, SM       |A-1          | 0-3  | 0-10 |50-70 |30-50 |15-30 |10-20 |15-20 |NP-5

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 10-20 |Very gravelly  |GM, SM       |A-1          |   0  |   0  |40-70 |25-50 |15-30 |10-20 |15-20 |NP-5

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 20-43 |Extremely      |GP           |A-1          |   0  |   0  |35-50 |10-25 | 5-10 | 0-5  | 0-10 |  NP

500: Cont.       |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

 Osha            |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 | 43-47 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

 Rubble Land-----|  0-60 |Fragmental     |GP           |A-1          |50-60 |20-30 | 0-10 | 0-5  | 0-5  |   0  | ---  |  NP

                 |       | material      |             |             |      |      |      |      |      |      |      |

503:             |       |               |             |             |      |      |      |      |      |      |      |

 Cajete----------|  0-8  |Extremely      |GP-GC        |A-1          |   0  |   0  |15-30 |10-25 | 5-15 | 5-10 |15-25 | 5-10

                 |       | gravelly      |             |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  8-60 |Very gravelly  |GC-GM        |A-1, A-2     |   0  |   0  |30-55 |25-50 |20-40 |10-30 |20-25 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Cypher----------|  0-3  |Very gravelly  |GC, GC-GM    |A-1, A-2     | 0-3  |10-15 |40-60 |35-55 |25-40 |20-30 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-15 |Very gravelly  |GC-GM        |A-1, A-2     | 0-3  |15-25 |35-55 |30-50 |20-35 |15-30 |20-30 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 15-19 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

504:             |       |               |             |             |      |      |      |      |      |      |      |

 Orejas----------|  0-2  |Very cobbly    |GC, SC       |A-2, A-6     | 5-10 |25-45 |50-70 |45-65 |35-50 |30-45 |30-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-17 |Very gravelly  |GC           |A-2          | 0-5  |15-40 |40-65 |35-60 |30-40 |25-35 |40-55 |20-30

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | very cobbly   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 17-21 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

504: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Guaje-----------|  0-12 |Gravelly sandy |GC-GM, GM, SM|A-1, A-2     |   0  |   0  |60-85 |50-75 |30-45 |20-35 |15-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 12-17 |Very gravelly  |GP-GM, GC-GM,|A-1, A-2     |   0  |   0  |35-60 |25-50 |20-35 |10-30 |15-25 |NP-5

                 |       | sandy loam,   | GM          |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 17-60 |Extremely      |GC-GM, GM,   |A-1          |   0  |   0  |20-40 |15-35 |10-25 | 5-20 |15-25 |NP-5

                 |       | gravelly sandy| GP-GM       |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

600:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Cypher----------|  0-4  |Very cobbly    |GC-GM, SC-SM |A-2, A-4     | 0-5  |30-55 |55-75 |50-70 |35-60 |25-45 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-16 |Very gravelly  |GC-GM        |A-1, A-2     | 0-5  |10-15 |40-60 |35-55 |25-45 |20-35 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-20 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

601:             |       |               |             |             |      |      |      |      |      |      |      |

 Laventana-------|  0-5  |Gravelly sandy |GC-GM, SC-SM |A-4          | 0-5  |10-15 |65-90 |60-85 |50-65 |35-50 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  5-50 |Very gravelly  |GC           |A-2, A-6     | 0-5  |15-30 |40-65 |35-60 |25-55 |15-45 |30-40 |10-20

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 50-54 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

603:             |       |               |             |             |      |      |      |      |      |      |      |

 Laventana-------|  0-4  |Very cobbly    |GC, SC       |A-6          | 0-5  |40-55 |55-85 |50-80 |45-65 |35-50 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-11 |Gravelly silt  |CL           |A-6          | 0-5  |10-15 |65-90 |60-85 |55-70 |50-65 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 11-19 |Very cobbly    |GC, SC       |A-2, A-6     | 0-5  |30-50 |50-75 |45-70 |35-60 |25-45 |30-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 19-50 |Very gravelly  |GC           |A-2, A-6     | 0-5  |15-30 |40-65 |35-60 |25-55 |15-45 |30-40 |10-20

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 50-54 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Mirand----------|  0-6  |Very cobbly    |GC, SC       |A-2, A-6     | 0-5  |20-30 |45-70 |40-65 |35-55 |25-40 |30-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-60 |Cobbly clay,   |CH, CL       |A-7          | 0-5  | 5-30 |85-100|80-100|70-85 |55-70 |40-55 |20-30

                 |       | clay, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | clay          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

604:             |       |               |             |             |      |      |      |      |      |      |      |

 Cypher----------|  0-4  |Very gravelly  |GC-GM        |A-1, A-2     | 0-3  |10-15 |40-60 |35-55 |25-40 |20-30 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-19 |Very gravelly  |GC-GM        |A-1, A-2     | 0-3  |15-25 |35-55 |30-50 |20-35 |15-30 |20-30 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loam,|             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 19-23 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

604: Cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Mirand----------|  0-4  |Very cobbly    |GC, SC       |A-2, A-6     | 0-5  |20-30 |45-70 |40-65 |35-55 |25-40 |30-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-60 |Cobbly clay,   |CH, CL       |A-7          | 0-5  | 5-30 |85-100|80-100|70-85 |55-70 |40-55 |20-30

                 |       | clay, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | clay          |             |             |      |      |      |      |      |      |      |

608:             |       |               |             |             |      |      |      |      |      |      |      |

 Osha------------|  0-8  |Very gravelly  |GM, SC-SM, SM|A-1          | ---  |10-15 |40-65 |30-55 |15-35 |10-25 |15-20 |NP-5

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  8-27 |Gravelly coarse|GC-GM, GM,   |A-1, A-2     |   0  |   0  |40-55 |25-50 |15-35 |10-30 |15-20 |NP-5

                 |       | sandy loam,   | GP-GM       |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 27-60 |Extremely      |GP, GP-GM, SP|A-1          |   0  |   0  |40-55 |10-25 | 5-10 | 0-5  | 0-10 |NP-5

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Osha------------|  0-8  |Gravelly coarse|GM, SC-SM, SM|A-1, A-2     |   0  |   0  |60-85 |50-75 |30-45 |20-30 |15-20 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  8-16 |Gravelly coarse|GC-GM, GM,   |A-1, A-2     |   0  |   0  |40-55 |25-50 |15-35 |10-30 |15-20 |NP-5

                 |       | sandy loam,   | GP-GM       |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-32 |Extremely      |GP, GP-GM, SP|A-1          |   0  |   0  |40-55 |10-25 | 5-10 | 0-5  |15-20 |NP-5

                 |       | gravelly      |             |             |      |      |      |      |      |      |      |

                 |       | coarse sandy  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 32-65 |Extremely      |GP-GM, SP, GP|A-1          |   0  |   0  |40-55 |10-25 | 5-10 | 0-5  | 0-10 |NP-5

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

823:             |       |               |             |             |      |      |      |      |      |      |      |

 Gilco-----------|  0-8  |Loam           |CL-ML        |A-4          |   0  |   0  |85-100|75-100|65-80 |55-70 |20-25 | 5-10

                 |  8-60 |Stratified fine|CL-ML, SC-SM |A-4          |   0  |   0  |85-100|75-100|60-75 |45-60 |20-25 | 5-10

                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |

                 |       | silt loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

827:             |       |               |             |             |      |      |      |      |      |      |      |

 Aga-------------|  0-10 |Loam           |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |70-95 |45-70 |20-30 | 5-10

                 | 10-23 |Loam           |CL-ML, SC-SM |A-4          |   0  |   0  |95-100|90-100|65-95 |40-70 |20-25 | 5-10

                 | 23-65 |Sand, loamy    |SM, SP-SM    |A-2, A-3     |   0  |   0  |90-100|85-100|50-80 | 5-30 | 0-10 |NP-5

                 |       | fine sand,    |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

830:             |       |               |             |             |      |      |      |      |      |      |      |

 Trail-----------|  0-10 |Loam           |SC-SM        |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |20-30 | 5-10

                 | 10-34 |Loamy sand,    |SM, SP-SM    |A-1, A-2, A-3|   0  |   0  |80-100|75-100|40-75 | 5-30 | 0-10 |  NP

                 |       | loamy fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand, sand    |             |             |      |      |      |      |      |      |      |

                 | 34-60 |Stratified sand|CL-ML, SC-SM |A-4          |   0  |   0  |80-100|75-100|55-65 |35-55 |15-25 | 5-10

                 |       | to loam       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

831:             |       |               |             |             |      |      |      |      |      |      |      |

 Trail-----------|  0-10 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |65-80 |15-25 |15-20 |NP-5

                 | 10-30 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  | 100  |65-80 |15-25 |15-20 |NP-5

                 | 30-37 |Sand           |SM           |A-2          |   0  |   0  | 100  |90-100|60-75 |10-25 | 0-10 |  NP

                 | 37-60 |Gravelly sand  |SM, SP-SM    |A-1, A-2, A-3|   0  |   0  |65-85 |55-75 |40-60 | 5-20 | 0-10 |  NP

                 |       |               |             |             |      |      |      |      |      |      |      |

835:             |       |               |             |             |      |      |      |      |      |      |      |

 Peralta---------|  0-6  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |80-90 |65-75 |25-30 | 5-10

                 |  6-60 |Stratified     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |60-80 |40-60 |20-25 | 5-10

                 |       | loamy sand to |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

842:             |       |               |             |             |      |      |      |      |      |      |      |

 Peralta---------|  0-10 |Clay loam      |CL           |A-6          |   0  |   0  | 100  | 100  |85-95 |75-85 |35-40 |15-20

                 | 10-60 |Stratified     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |60-80 |40-60 |20-25 | 5-10

                 |       | loamy sand to |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

850:             |       |               |             |             |      |      |      |      |      |      |      |

 Water-----------|  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       |               |             |             |      |      |      |      |      |      |      |

DAM:             |       |               |             |             |      |      |      |      |      |      |      |

 Dam-------------|  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       |               |             |             |      |      |      |      |      |      |      |

_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______

(Absence of an entry indicates that the data were not estimated.)

Engineering Index Properties

General

This table gives estimates of the engineering classification and of the range of index properties for the major layers of each soil in the survey areas.  Most soils have layers of contrasting properties within the upper 5 to 6 feet.  Information in this table includes depth, USDA texture, Unified and AASHTO Classification, rock fragments larger than 3 inches, percentage passing designated sieves, liquid limit, and plasticity index.

Properties

Depth to the upper and lower boundaries of each layer is indicated.

Texture is given in the standard terms used by the USDA.  The terms are defined according to percentages of sand, silt, and clay in the fraction of the soil that is less than 2 millimeters in diameter. (Textural terms are defined in Chapter 4, Soil Survey Manual or in the glossary of most soil survey reports)  If the content of particles coarser than sand is 15 percent or more, an appropriate modifier is added, for example, "gravelly".

Continued:

Unified classification system classifies soils according to properties that affect their use as construction material.  Soils are classified according to grain-size distribution of the fraction less than 3 inches in diameter and according to plasticity index, liquid limit, and organic matter content.

AASHTO classification is the system adopted by the American Association of State Highway and Transportation Officials.  It classifies soils according to those properties that affect roadway construction.

Rock fragments, 3 to 10 inches and greater than 10 inches in diameter, are indicated as a percentage of the total soil in on a dry-weight basis.  The percentages are estimates determined mainly by converting volume percentage in the field to weight percentage.

Percentage (of soil particles) passing designated sieves is the percentage of the soil fraction less than 3 inches in diameter based on an ovendry weight.  The sieves, numbers 4, 10, 40, and 200, have openings of 4.76, 2.00, 0.420, and 0.074 millimeters, respectively.  Estimates are based on laboratory tests of soils sampled in the survey area and in nearby areas and on estimates made in the field.

Liquid limit and plasticity index (Atterbery limits) indicate the plasticity characteristics of a soil.  The estimates are based on test data from the survey area, or from nearby areas, and on field examination.
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