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Otero Area, New Mexico, Parts of Otero, Eddy and Chaves Counties

Table H.--Engineering Index Properties

_____________________________________________________________________________________________________________________________

                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |

   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-

  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity

                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index

                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |


AbB:             |       |               |             |             |      |      |      |      |      |      |      |

 Alamogordo------|  0-6  |Very fine sandy|CL-ML        |A-4          |   0  |   0  |90-100|85-100|70-85 |50-60 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AcA:             |       |               |             |             |      |      |      |      |      |      |      |

 Alamogordo------|  0-13 |Silt loam      |CL-ML        |A-4          |   0  |   0  |90-100|85-100|75-90 |65-75 |25-30 | 5-10

                 | 13-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AdB:             |       |               |             |             |      |      |      |      |      |      |      |

 Alamogordo------|  0-7  |Very fine sandy|CL-ML        |A-4          |   0  |   0  |90-100|85-100|70-85 |50-60 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  7-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Aztec-----------|  0-5  |Fine sandy loam|SM           |A-2, A-4     | ---  | 0-5  |80-90 |75-85 |50-70 |25-50 | ---  |  NP

                 |  5-16 |Gravelly sandy |GM, SM       |A-1, A-2, A-4| ---  | 0-5  |60-75 |55-70 |35-60 |20-40 | ---  |  NP

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-26 |Very gravelly  |GM           |A-1, A-2     | ---  | 0-5  |45-60 |40-55 |25-45 |15-30 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly fine |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 26-60 |Very gravelly  |GM, GP-GM    |A-1          | ---  | 0-5  |25-55 |20-50 |10-35 | 5-20 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AEC:             |       |               |             |             |      |      |      |      |      |      |      |

 Alamogordo------|  0-7  |Very fine sandy|CL-ML        |A-4          |   0  |   0  |90-100|85-100|70-85 |50-60 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  7-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Gypsum Land-----|  0-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AGE:             |       |               |             |             |      |      |      |      |      |      |      |

 Alamogordo------|  0-6  |Fine sandy loam|SC-SM        |A-2, A-4     |   0  |   0  |90-100|85-100|55-75 |30-40 |20-25 | 5-10

                 |  6-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Aztec-----------|  0-5  |Sandy loam     |SM           |A-2, A-4     | ---  | 0-5  |80-90 |75-85 |50-70 |25-50 | ---  |  NP

                 |  5-16 |Gravelly sandy |GM, SM       |A-1, A-2, A-4| ---  | 0-5  |60-75 |55-70 |35-60 |20-40 | ---  |  NP

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-31 |Very gravelly  |GM           |A-1, A-2     | ---  | 0-5  |45-60 |40-55 |25-45 |15-30 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly fine |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 31-60 |Very gravelly  |GM, GP-GM    |A-1          | ---  | 0-5  |25-55 |20-50 |10-35 | 5-20 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Gypsum Land-----|  0-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AhB:             |       |               |             |             |      |      |      |      |      |      |      |

 Alamogordo------|  0-6  |Sandy loam     |SC-SM        |A-2, A-4     |   0  |   0  |90-100|85-100|55-75 |30-40 |20-25 | 5-10

                 |  6-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Mccullough------|  0-6  |Sandy loam     |ML, SM       |A-2, A-4     |   0  |   0  | 100  |95-100|60-90 |30-55 |20-30 |NP-5

                 |  6-22 |Fine sandy     |ML, SM       |A-4          |   0  |   0  | 100  |90-100|70-90 |35-65 |20-30 |NP-5

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very fine     |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 22-60 |Fine sandy     |ML, SM       |A-2, A-4     |   0  |   0  |90-100|85-95 |55-90 |25-55 |20-30 |NP-5

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AkA:             |       |               |             |             |      |      |      |      |      |      |      |

 Alamogordo      |       |               |             |             |      |      |      |      |      |      |      |

  Variant--------|  0-6  |Very fine sandy|ML           |A-4          |   0  |   0  | 100  | 100  |75-95 |60-75 |15-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-15 |Loam, very fine|ML           |A-4          |   0  |   0  | 100  | 100  |75-95 |60-75 |15-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 15-27 |Loam, very fine|ML           |A-4          |   0  |   0  | 100  | 100  |80-95 |55-75 |15-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 27-60 |Very fine sandy|ML           |A-4          |   0  |   0  | 100  | 100  |80-95 |55-75 |15-25 |NP-5

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AMC:             |       |               |             |             |      |      |      |      |      |      |      |

 Armesa----------|  0-3  |Very fine sandy|SC-SM        |A-2, A-4     |   0  |   0  | 100  |95-100|60-75 |30-40 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-14 |Sandy clay     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  |95-100|70-85 |40-60 |25-30 | 5-10

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very fine     |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

AMC: cont.       | 14-31 |Silty clay     |CL           |A-6          |   0  |   0  | 100  |95-100|80-95 |65-85 |30-35 |10-15

 Armesa          |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 31-60 |Gravelly silty |CL, GC, SC   |A-6          |   0  |   0  |60-85 |50-75 |40-70 |35-65 |30-35 |10-15

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly silt |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AnD:             |       |               |             |             |      |      |      |      |      |      |      |

 Aztec-----------|  0-6  |Gravelly fine  |SM           |A-1, A-2, A-4| ---  | 0-5  |70-80 |65-75 |40-65 |20-50 | ---  |  NP

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  6-26 |Gravelly sandy |GM, SM       |A-1, A-2, A-4| ---  | 0-5  |60-75 |55-70 |35-60 |20-40 | ---  |  NP

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 26-60 |Very gravelly  |GM, GP-GM    |A-1          | ---  | 0-5  |25-55 |20-50 |10-35 | 5-20 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AoB:             |       |               |             |             |      |      |      |      |      |      |      |

 Aztec-----------|  0-5  |Gravelly fine  |SM           |A-1, A-2, A-4| ---  | 0-5  |70-80 |65-75 |40-65 |20-50 | ---  |  NP

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  5-17 |Gravelly sandy |GM, SM       |A-1, A-2, A-4| ---  | 0-5  |60-75 |55-70 |35-60 |20-40 | ---  |  NP

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 17-60 |Very gravelly  |GM           |A-1, A-2     | ---  | 0-5  |45-60 |40-55 |25-45 |15-30 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

AoB: cont.       |       | loam, very    |             |             |      |      |      |      |      |      |      |

 Aztec           |       | gravelly fine |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Alamogordo------|  0-7  |Fine sandy loam|SC-SM        |A-2, A-4     |   0  |   0  |90-100|85-100|55-75 |30-40 |20-25 | 5-10

                 |  7-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

AZF:             |       |               |             |             |      |      |      |      |      |      |      |

 Aztec-----------|  0-4  |Gravelly loam  |SM           |A-1, A-2, A-4| ---  | 0-5  |70-80 |65-75 |40-65 |20-50 | ---  |  NP

                 |  4-16 |Gravelly sandy |GM, SM       |A-1, A-2, A-4| ---  | 0-5  |60-75 |55-70 |35-60 |20-40 | ---  |  NP

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-26 |Very gravelly  |GM           |A-1, A-2     | ---  | 0-5  |45-60 |40-55 |25-45 |15-30 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly fine |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 26-60 |Very gravelly  |GM, GP-GM    |A-1          | ---  | 0-5  |25-55 |20-50 |10-35 | 5-20 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Lozier----------|  0-15 |Gravelly loam  |CL, GC, SC   |A-2, A-4, A- |   0  | 5-15 |40-80 |30-75 |25-70 |20-60 |25-48 | 8-26

                 |       |               |             | 6, A-7      |      |      |      |      |      |      |      |

                 | 15-20 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

BAE:             |       |               |             |             |      |      |      |      |      |      |      |

 Badland---------|  0-60 |Weathered      |             |             |   0  |   0  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

BOA:             |       |               |             |             |      |      |      |      |      |      |      |

 Bluepoint-------|  0-8  |Loamy fine sand|SM           |A-2, A-4     |   0  |   0  | 100  | 100  |75-85 |25-45 | ---  |  NP

                 |  8-60 |Loamy fine     |SM           |A-2, A-4     |   0  |   0  | 100  | 100  |65-85 |25-45 | ---  |  NP

                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |

                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Onite-----------|  0-10 |Loamy sand     |SM           |A-1, A-2     |   0  |   0  |80-100|75-100|45-60 |20-35 | ---  |  NP

                 | 10-30 |Sandy loam,    |SC-SM        |A-2, A-4     |   0  |   0  |75-100|70-100|55-75 |25-40 |20-25 | 5-10

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 30-60 |Loamy sand,    |GM, SM       |A-2, A-4     |   0  |   0  |55-100|50-100|40-80 |30-50 |15-25 |NP-5

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | sand, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Wink------------|  0-2  |Fine sandy loam|SC-SM, SM    |A-2-4, A-4   |   0  | 0-5  |90-100|85-100|80-100|25-45 |17-25 | 3-7

                 |  2-18 |Fine sandy     |SC-SM, SM    |A-2-4, A-4   |   0  | 0-5  |90-100|85-100|80-100|25-45 |17-25 | 3-7

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 18-60 |Variable       |GC, SC, SC-  |A-4          |   0  | 0-5  |70-100|50-100|45-90 |35-65 |15-22 |NP-10

                 |       |               | SM, CL-ML   |             |      |      |      |      |      |      |      |

BRE:             |       |               |             |             |      |      |      |      |      |      |      |

 Borrego---------|  0-5  |Cobbly loam    |CL           |A-6          | ---  |15-25 |80-95 |75-90 |65-85 |50-65 |30-35 |10-15

                 |  5-16 |Gravelly clay, |CL           |A-7          |   0  |   0  |80-100|70-90 |65-85 |55-80 |40-50 |20-25

                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-20 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

CFA:             |       |               |             |             |      |      |      |      |      |      |      |

 Crowflats-------|  0-4  |Silt loam      |CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|85-95 |25-35 | 5-10

                 |  4-60 |Stratified very|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |95-100|70-85 |25-35 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to silt  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

DEB:             |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-15 |Gravelly loam  |GC           |A-6          | ---  | 0-10 |60-70 |55-70 |45-55 |35-45 |25-35 |10-15

                 | 15-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

DEF:             |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-15 |Gravelly loam  |GC           |A-6          | ---  | 0-10 |60-70 |55-70 |45-55 |35-45 |25-35 |10-15

                 | 15-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

DRF:             |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-14 |Very gravelly  |GC           |A-2          | ---  | 5-15 |50-60 |40-50 |35-45 |25-35 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 14-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

DRG:             |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-14 |Cobbly loam    |SC           |A-6          | ---  |25-35 |75-85 |70-80 |60-75 |35-45 |25-35 |10-15

                 | 14-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

DSF:             |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-14 |Very gravelly  |GC           |A-2          | ---  | 5-15 |50-60 |40-50 |35-45 |25-35 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 14-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Holloman Variant|  0-12 |Gravelly loam  |SM, GM, ML   |A-4          |   0  |   0  |65-80 |60-75 |50-70 |35-55 |20-30 |NP-5

                 | 12-16 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

DTB:             |       |               |             |             |      |      |      |      |      |      |      |

 Dona Ana--------|  0-3  |Fine sandy loam|SM           |A-2, A-4     |   0  |   0  |95-100|90-100|60-85 |30-50 |15-25 |NP-5

                 |  3-37 |Sandy clay     |SC, SC-SM    |A-4, A-6     |   0  |   0  |95-100|90-100|80-90 |35-50 |25-35 | 5-15

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 37-60 |Sandy loam,    |SC-SM        |A-2, A-4     |   0  |   0  |95-100|90-100|60-80 |30-50 |20-30 | 5-10

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Berino----------|  0-3  |Sandy loam     |SM           |A-2, A-4     |   0  |   0  |95-100|95-100|60-95 |30-50 |15-20 |NP-5

                 |  3-36 |Sandy clay     |CL, CL-ML,   |A-4, A-6     |   0  |   0  |95-100|95-100|65-80 |35-60 |20-35 | 5-15

                 |       | loam, sandy   | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 36-60 |Sandy clay     |CL, CL-ML,   |A-4, A-6     |   0  |   0  |95-100|95-100|65-80 |35-55 |20-35 | 5-15

                 |       | loam, sandy   | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

DUMP:            |       |               |             |             |      |      |      |      |      |      |      |

 Dumps-----------|  0-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

DYE:             |       |               |             |             |      |      |      |      |      |      |      |

 Dye-------------|  0-1  |Loam           |CL-ML        |A-4          |   0  |   0  |95-100|90-100|70-85 |60-70 |25-30 | 5-10

                 |  1-17 |Clay           |CH           |A-7          |   0  |   0  |95-100|85-95 |80-90 |75-85 |50-55 |20-30

                 | 17-21 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Encierro--------|  0-2  |Clay loam      |CL           |A-6          |   0  |   0  |80-95 |75-90 |65-90 |50-70 |30-35 |10-15

                 |  2-13 |Clay loam,     |CH, CL, SC   |A-7          | ---  | 0-5  |80-100|75-100|65-100|45-80 |40-55 |20-30

                 |       | clay, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | clay          |             |             |      |      |      |      |      |      |      |

                 | 13-17 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

ECE:             |       |               |             |             |      |      |      |      |      |      |      |

 Ector-----------|  0-17 |Gravelly loam  |CL, CL-ML,   |A-2, A-4, A-6|   0  | 5-15 |50-75 |40-75 |35-70 |30-60 |20-40 | 5-22

                 |       |               | GC, SC      |             |      |      |      |      |      |      |      |

                 | 17-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

ESB:             |       |               |             |             |      |      |      |      |      |      |      |

 Espy------------|  0-17 |Loam           |CL, SC       |A-6, A-7     | 0-1  | 0-2  |80-98 |75-95 |50-70 |40-65 |35-50 |15-30

                 | 17-22 |Indurated      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 | 22-60 |Gravelly fine  |GM, SC, SC-  |A-1-b, A-2-4,| 0-2  | 0-10 |50-90 |25-75 |25-70 |15-50 |15-30 |NP-10

                 |       | sandy loam,   | SM, SM      | A-4         |      |      |      |      |      |      |      |

                 |       | gravelly loam,|             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Shanta Variant--|  0-12 |Silt loam      |ML           |A-4          |   0  |   0  | 100  | 100  |85-95 |60-85 |20-30 |NP-5

                 | 12-60 |Silt loam,     |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|70-85 |25-35 | 5-15

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

G.P.:            |       |               |             |             |      |      |      |      |      |      |      |

 Pits, Gravel----|  0-6  |Extremely      |GP, GW       |A-1          | ---  | 0-25 |10-25 | 5-25 | 0-15 | 0-5  | ---  |  NP

                 |       | gravelly sand |             |             |      |      |      |      |      |      |      |

                 |  6-60 |Extremely      |GP, GW, SP,  |A-1          | ---  | 0-25 |10-55 | 5-50 | 0-15 | 0-5  | ---  |  NP

                 |       | gravelly sand,| SW          |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly      |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand,  |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

Gu:              |       |               |             |             |      |      |      |      |      |      |      |

 Gullied Land----|  0-60 |Variable       |             |             |   0  |   0  | ---  | ---  | ---  | ---  | ---  | ---

                 |       |               |             |             |      |      |      |      |      |      |      |

GyC:             |       |               |             |             |      |      |      |      |      |      |      |

 Gypsum Land-----|  0-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

GyE:             |       |               |             |             |      |      |      |      |      |      |      |

 Gypsum Land-----|  0-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

GZB:             |       |               |             |             |      |      |      |      |      |      |      |

 Gypsum Land-----|  0-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Holloman--------|  0-8  |Very fine sandy|CL           |A-6          |   0  |   0  | 100  |95-100|75-90 |60-75 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  8-12 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

HbA:             |       |               |             |             |      |      |      |      |      |      |      |

 Holloman--------|  0-13 |Very fine sandy|CL           |A-6          |   0  |   0  | 100  |95-100|75-90 |60-75 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 13-17 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

HcA:             |       |               |             |             |      |      |      |      |      |      |      |

 Holloman--------|  0-6  |Very fine sandy|CL           |A-6          |   0  |   0  | 100  |95-100|75-90 |60-75 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-10 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

 Gypsum Land-----|  0-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

HOB:             |       |               |             |             |      |      |      |      |      |      |      |

 Holloman--------|  0-16 |Very fine sandy|CL           |A-6          |   0  |   0  | 100  |95-100|75-90 |60-75 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-20 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Gypsum Land-----|  0-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Yesum-----------|  0-3  |Very fine sandy|ML           |A-4          |   0  |   0  | 100  |95-100|85-95 |50-65 | ---  |  NP

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

HPB:             |       |               |             |             |      |      |      |      |      |      |      |

 Holloman--------|  0-12 |Very fine sandy|CL           |A-6          |   0  |   0  | 100  |95-100|75-90 |60-75 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 12-16 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Reeves----------|  0-4  |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |60-80 |25-35 |10-15

                 |  4-24 |Loam, clay     |CL           |A-6          |   0  |   0  | 100  | 100  |75-100|65-80 |25-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 24-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

JAB:             |       |               |             |             |      |      |      |      |      |      |      |

 Jal-------------|  0-12 |Silt loam      |ML           |A-4          |   0  |   0  | 100  | 100  |85-95 |70-80 |20-30 |NP-5

                 | 12-60 |Loam, clay     |CL, ML       |A-4, A-6     |   0  |   0  |85-100|80-100|70-95 |50-75 |30-40 | 5-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Tome------------|  0-6  |Very fine sandy|CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

JEC:             |       |               |             |             |      |      |      |      |      |      |      |

 Jerag-----------|  0-3  |Very fine sandy|ML, SM       |A-4          |   0  |   0  | 100  | 100  |95-100|45-60 |20-30 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-9  |Loam, clay     |CL, CL-ML,   |A-4, A-6     |   0  |   0  |85-100|80-100|75-95 |35-70 |25-35 | 5-15

                 |       | loam, sandy   | SC, SC-SM   |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |  9-19 |Gravelly loam, |GM, SM       |A-2, A-4     | ---  | 0-10 |55-80 |55-75 |35-60 |25-50 |25-35 |NP-10

                 |       | gravelly silt |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 19-25 |Indurated      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 | 25-60 |Gravelly silt  |GM           |A-1, A-2, A-4| ---  | 0-15 |30-65 |25-60 |20-60 |15-50 |25-35 |NP-10

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loam |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Philder---------|  0-4  |Very fine sandy|SM           |A-2, A-4     |   0  |   0  |80-100|75-100|65-80 |30-40 |20-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-12 |Sandy clay     |CL-ML, GC-GM,|A-4          | ---  | 0-10 |70-90 |65-85 |55-65 |45-55 |25-30 | 5-10

                 |       | loam, gravelly| SC-SM       |             |      |      |      |      |      |      |      |

JEC: cont.       |       | sandy clay    |             |             |      |      |      |      |      |      |      |

 Philder         |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 12-18 |Very gravelly  |GP-GC        |A-2          | ---  |10-15 |10-40 | 5-35 | 5-25 | 5-10 |25-30 | 5-10

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly silt |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 18-29 |Indurated      |GM, GP-GM    |A-1, A-2     | ---  | 5-10 |15-40 |10-35 |10-35 | 5-30 |20-25 |NP-5

                 |       |               |             |             |      |      |      |      |      |      |      |

 Armesa----------|  0-3  |Very fine sandy|SC-SM        |A-2, A-4     |   0  |   0  | 100  |95-100|60-75 |30-40 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-18 |Sandy clay     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  |95-100|70-85 |40-60 |25-30 | 5-10

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very fine     |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 18-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  |95-100|80-95 |65-85 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LAB:             |       |               |             |             |      |      |      |      |      |      |      |

 La Fonda--------|  0-2  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |85-95 |60-75 |30-35 |10-15

                 |  2-60 |Loam, clay     |CL           |A-6          |   0  |   0  |95-100|95-100|85-95 |60-85 |25-40 |10-20

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LbB:             |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-10 |Sandy loam     |SC-SM        |A-2, A-4     |   0  |   0  | 100  | 100  |60-70 |30-40 |20-25 | 5-10

                 | 10-27 |Loam, fine     |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|55-75 |25-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 27-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

LcA:             |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-5  |Very fine sandy|CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-80 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  5-13 |Loam, fine     |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|55-75 |25-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 13-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LdA:             |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-4  |Silt loam      |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-80 |25-30 | 5-10

                 |  4-21 |Loam, fine     |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|55-75 |25-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 21-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LDB:             |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-4  |Silt loam      |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-80 |25-30 | 5-10

                 |  4-21 |Loam, fine     |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|55-75 |25-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 21-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LdB:             |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-5  |Silt loam      |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-80 |25-30 | 5-10

                 |  5-25 |Loam, fine     |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|55-75 |25-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 25-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LdB2:            |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-1  |Silt loam      |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-80 |25-30 | 5-10

                 |  1-21 |Loam, fine     |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|55-75 |25-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 21-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LeA:             |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-12 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|70-90 |30-40 |10-20

                 | 12-22 |Silt loam, very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|80-95 |25-40 |10-20

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 22-60 |Loam, silt     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|70-95 |30-40 |10-20

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LfB:             |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-6  |Very fine sandy|CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-80 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-25 |Loam, fine     |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|55-75 |25-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 25-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Ogral-----------|  0-6  |Very fine sandy|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |70-95 |40-65 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-18 |Fine sandy     |CL-ML, SC-SM |A-2, A-4     |   0  |   0  |90-100|85-100|55-80 |25-55 |25-30 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 18-60 |Very gravelly  |GC-GM, GP-GC |A-2          |   0  |   0  |30-50 |25-45 |15-40 | 5-25 |25-30 | 5-10

LfB:cont.        |       | fine sandy    |             |             |      |      |      |      |      |      |      |

 Ogral           |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LGB:             |       |               |             |             |      |      |      |      |      |      |      |

 Largo-----------|  0-6  |Silt loam      |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|60-80 |25-30 | 5-10

                 |  6-24 |Loam, fine     |CL-ML        |A-4          |   0  |   0  | 100  | 100  |90-100|55-75 |25-30 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 24-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|85-95 |30-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Ogral-----------|  0-6  |Very fine sandy|CL-ML, SC-SM |A-4          |   0  |   0  | 100  | 100  |70-95 |40-65 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-18 |Fine sandy     |CL-ML, SC-SM |A-2, A-4     |   0  |   0  |90-100|85-100|55-80 |25-55 |25-30 | 5-10

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 18-60 |Very gravelly  |GC-GM, GP-GC |A-2          |   0  |   0  |30-50 |25-45 |15-40 | 5-25 |25-30 | 5-10

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

LOB:             |       |               |             |             |      |      |      |      |      |      |      |

 Lozier----------|  0-15 |Gravelly loam  |CL, GC, SC   |A-2, A-4, A- |   0  | 5-15 |40-80 |30-75 |25-70 |20-60 |25-48 | 8-26

                 |       |               |             | 6, A-7      |      |      |      |      |      |      |      |

                 | 15-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

LOD:             |       |               |             |             |      |      |      |      |      |      |      |

 Lozier----------|  0-15 |Very gravelly  |GC           |A-2, A-4, A- |   0  | 5-20 |30-60 |25-55 |20-50 |15-45 |25-48 | 8-26

                 |       | loam          |             | 6, A-7      |      |      |      |      |      |      |      |

                 | 15-19 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

MADE:            |       |               |             |             |      |      |      |      |      |      |      |

 Made Land-------|  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       |               |             |             |      |      |      |      |      |      |      |

McB:             |       |               |             |             |      |      |      |      |      |      |      |

 Mccullough------|  0-5  |Sandy loam     |ML, SM       |A-2, A-4     |   0  |   0  | 100  |95-100|60-90 |30-55 |20-30 |NP-5

                 |  5-22 |Fine sandy     |ML, SM       |A-4          |   0  |   0  | 100  |90-100|70-90 |35-65 |20-30 |NP-5

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very fine     |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 22-29 |Very gravelly  |GM, GP-GM,   |A-1          |   0  |   0  |50-70 |45-65 |25-45 | 5-25 | ---  |  NP

                 |       | sand, very    | SM, SP-SM   |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 29-60 |Fine sandy     |ML, SM       |A-2, A-4     |   0  |   0  |90-100|85-95 |55-90 |25-55 |20-30 |NP-5

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

MdA:             |       |               |             |             |      |      |      |      |      |      |      |

 Mccullough      |       |               |             |             |      |      |      |      |      |      |      |

  Variant--------|  0-7  |Very fine sandy|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |80-95 |50-65 |15-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  7-32 |Loam, very fine|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |80-90 |60-75 |20-35 |NP-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 32-60 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|70-90 |25-35 | 5-15

MEA:             |       |               |             |             |      |      |      |      |      |      |      |

 Mead------------|  0-5  |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|75-100|70-85 |50-60 |35-45 |15-20

                 |  5-60 |Clay, silty    |CH, CL, MH   |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |45-65 |20-30

                 |       | clay          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

MJA:             |       |               |             |             |      |      |      |      |      |      |      |

 Mimbres---------|  0-12 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |80-95 |65-85 |30-35 |10-15

                 | 12-36 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|75-90 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 36-60 |Sandy clay loam|SC           |A-6          |   0  |   0  |90-100|90-100|60-75 |40-50 |30-40 |10-20

 Jal-------------|  0-4  |Silt loam      |ML           |A-4          |   0  |   0  | 100  | 100  |85-95 |70-80 |20-30 |NP-5

                 |  4-60 |Loam, clay     |CL, ML       |A-4, A-6     |   0  |   0  |85-100|80-100|70-95 |50-75 |30-40 | 5-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

MPA:             |       |               |             |             |      |      |      |      |      |      |      |

 Mimbres---------|  0-6  |Very fine sandy|CL-ML        |A-4          |   0  |   0  | 100  | 100  |95-100|55-65 |25-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-29 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|75-90 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 29-60 |Sandy clay loam|SC           |A-6          |   0  |   0  |90-100|90-100|60-75 |40-50 |30-40 |10-20

                 |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-8  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|75-95 |20-30 | 5-15

                 |  8-32 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 32-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

MTA:             |       |               |             |             |      |      |      |      |      |      |      |

 Mimbres---------|  0-6  |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |80-95 |65-85 |30-35 |10-15

                 |  6-25 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|75-90 |25-40 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 25-60 |Sandy clay loam|SC           |A-6          |   0  |   0  |90-100|90-100|60-75 |40-50 |30-40 |10-20

 Tome------------|  0-5  |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |  5-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

MXC:             |       |               |             |             |      |      |      |      |      |      |      |

 Montecito-------|  0-3  |Loam           |CL-ML        |A-4          | ---  | 0-15 |95-100|90-100|75-80 |65-70 |25-30 | 5-10

                 |  3-60 |Clay loam, clay|CH, CL       |A-7          | ---  | 0-10 |90-100|85-100|65-80 |55-70 |40-55 |20-30

NaC:             |       |               |             |             |      |      |      |      |      |      |      |

 Nickel----------|  0-4  |Gravelly sandy |GM, SM       |A-1, A-2     | ---  | 0-5  |55-80 |50-75 |30-70 |10-30 | ---  |  NP

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-18 |Very gravelly  |GM, GP-GM,   |A-1          | ---  | 0-10 |30-60 |20-55 |15-35 | 5-25 | ---  |  NP

                 |       | sandy loam,   | SM, SP-SM   |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 18-60 |Very gravelly  |GM, GP-GM,   |A-1          | ---  | 0-10 |30-60 |20-55 |15-35 | 5-25 | ---  |  NP

                 |       | sandy loam,   | SM, SP-SM   |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

NaC: cont.       |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

 Nickel          |       | loam          |             |             |      |      |      |      |      |      |      |

 Aztec-----------|  0-6  |Gravelly sandy |SM           |A-1, A-2, A-4| ---  | 0-5  |70-80 |65-75 |40-65 |20-50 | ---  |  NP

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-26 |Gravelly sandy |GM, SM       |A-1, A-2, A-4| ---  | 0-5  |60-75 |55-70 |35-60 |20-40 | ---  |  NP

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 26-60 |Very gravelly  |GM, GP-GM    |A-1          | ---  | 0-5  |25-55 |20-50 |10-35 | 5-20 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loamy sand    |             |             |      |      |      |      |      |      |      |

 NTD   ----------|  0-5  |Gravelly fine  |GM, SM       |A-1, A-2     |   0  | 0-10 |60-75 |55-70 |30-45 |20-35 |20-30 |NP-5

 Nickel          |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  5-17 |Gravelly loam, |GC-GM, SC-SM |A-2, A-4     |   0  |10-15 |45-75 |40-70 |30-50 |20-40 |25-30 | 5-10

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 17-60 |Very gravelly  |GC-GM, GP-GC |A-2          |   0  |10-15 |20-60 |15-55 |10-40 | 5-30 |25-30 | 5-10

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loam |             |             |      |      |      |      |      |      |      |

 Tencee----------|  0-4  |Very gravelly  |GM           |A-1          | ---  |10-15 |35-60 |30-55 |20-45 |10-25 |20-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  4-15 |Very gravelly  |GC-GM        |A-2          | ---  |10-15 |35-60 |30-55 |20-40 |15-30 |20-25 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 15-25 |Indurated      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 | 25-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

OPB:             |       |               |             |             |      |      |      |      |      |      |      |

 Onite-----------|  0-10 |Loamy fine sand|SM           |A-2          |   0  |   0  |80-100|75-100|65-80 |25-35 | ---  |  NP

                 | 10-30 |Sandy loam,    |SC-SM        |A-2, A-4     |   0  |   0  |75-100|70-100|55-75 |25-40 |20-25 | 5-10

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 30-60 |Loamy sand,    |GM, SM       |A-2, A-4     |   0  |   0  |55-100|50-100|40-80 |30-50 |15-25 |NP-5

                 |       | gravelly loamy|             |             |      |      |      |      |      |      |      |

                 |       | sand, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

 Pintura---------|  0-12 |Loamy fine sand|SM           |A-2          |   0  |   0  | 100  | 100  |70-95 |15-25 | ---  |  NP

                 | 12-60 |Loamy fine     |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |70-95 | 5-25 | ---  |  NP

                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

PAE:             |       |               |             |             |      |      |      |      |      |      |      |

 Pena------------|  0-7  |Loam           |CL-ML, ML    |A-4          | ---  | 0-5  |85-100|80-95 |75-90 |50-75 |20-30 |NP-10

                 |  7-16 |Very cobbly    |GC-GM, SC-SM |A-2          | ---  |15-40 |50-70 |40-60 |30-50 |20-30 |25-30 | 5-10

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly clay |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 16-60 |Extremely      |GC-GM, GP-GC |A-2          | ---  |25-45 |25-45 |15-35 |10-25 | 5-15 |25-30 | 5-10

                 |       | cobbly loam,  |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loam,|             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly silt |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

PAE: cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Aztec Variant---|  0-8  |Gravelly fine  |GC-GM, SC-SM |A-2          | ---  | 0-5  |55-65 |50-60 |30-50 |15-30 |20-25 | 5-10

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  8-31 |Very gravelly  |GC-GM        |A-2          | ---  | 0-5  |40-55 |35-50 |25-40 |10-25 |20-25 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 31-60 |Very gravelly  |GC-GM        |A-2          | ---  | 0-5  |40-55 |35-50 |25-40 |10-25 |20-25 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

PCB:             |       |               |             |             |      |      |      |      |      |      |      |

 Pena------------|  0-9  |Silty clay loam|CL           |A-6          | ---  | 0-5  |85-100|80-95 |80-95 |75-90 |30-40 |10-15

                 |  9-14 |Very cobbly    |GC-GM, SC-SM |A-2          | ---  |15-40 |50-70 |40-60 |30-50 |20-30 |25-30 | 5-10

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly clay |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 14-60 |Extremely      |GC-GM, GP-GC |A-2          | ---  |25-45 |25-45 |15-35 |10-25 | 5-15 |25-30 | 5-10

                 |       | cobbly loam,  |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly loam,|             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly silt |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Cale------------|  0-6  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|70-90 |25-40 | 5-20

                 |  6-33 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|80-95 |30-45 |10-25

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

PCB: cont.       |       | loam          |             |             |      |      |      |      |      |      |      |

 Cale            | 33-60 |Silty clay     |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|80-95 |25-40 | 5-20

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Kerrick---------|  0-9  |Loam           |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |80-100|51-75 |20-35 | 5-17

                 |  9-25 |Loam, clay     |CL           |A-4, A-6     | ---  | 0-2  |95-100|90-100|80-100|55-80 |25-40 | 8-20

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 | 25-31 |Indurated      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 | 31-60 |Loam, clay loam|CL, SC       |A-4, A-6     | ---  | 0-5  |80-98 |70-95 |65-95 |45-75 |25-40 | 8-20

                 |       |               |             |             |      |      |      |      |      |      |      |

PDF:             |       |               |             |             |      |      |      |      |      |      |      |

 Pena Variant----|  0-12 |Loam           |CL           |A-6          | ---  | 0-5  |85-95 |80-90 |75-85 |50-65 |30-35 |10-15

                 | 12-25 |Very gravelly  |GC           |A-2          | ---  | 0-10 |35-55 |30-50 |25-40 |20-30 |30-35 |10-15

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | gravelly clay |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 25-60 |Very gravelly  |GP-GM        |A-1          | ---  | 0-5  |20-35 |15-30 |10-20 | 5-10 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

PEC:             |       |               |             |             |      |      |      |      |      |      |      |

 Philder---------|  0-4  |Very fine sandy|SM           |A-2, A-4     |   0  |   0  |80-100|75-100|65-80 |30-40 |20-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-12 |Sandy clay     |CL-ML, GC-GM,|A-4          | ---  | 0-10 |70-90 |65-85 |55-65 |45-55 |25-30 | 5-10

                 |       | loam, gravelly| SC-SM       |             |      |      |      |      |      |      |      |

PEC: cont.       |       | sandy clay    |             |             |      |      |      |      |      |      |      |

 Philder         |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 12-18 |Very gravelly  |GP-GC        |A-2          | ---  |10-15 |10-40 | 5-35 | 5-25 | 5-10 |25-30 | 5-10

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly silt |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 18-60 |Indurated      |GM, GP-GM    |A-1, A-2     | ---  | 5-10 |15-40 |10-35 |10-35 | 5-30 |20-25 |NP-5

PFB:             |       |               |             |             |      |      |      |      |      |      |      |

 Philder---------|  0-4  |Very fine sandy|SM           |A-2, A-4     |   0  |   0  |80-100|75-100|65-80 |30-40 |20-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-12 |Sandy clay     |CL-ML, GC-GM,|A-4          | ---  | 0-10 |70-90 |65-85 |55-65 |45-55 |25-30 | 5-10

                 |       | loam, gravelly| SC-SM       |             |      |      |      |      |      |      |      |

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, gravelly|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 12-18 |Very gravelly  |GP-GC        |A-2          | ---  |10-15 |10-40 | 5-35 | 5-25 | 5-10 |25-30 | 5-10

                 |       | loam,         |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly silt |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 18-29 |Indurated      |GM, GP-GM    |A-1, A-2     | ---  | 5-10 |15-40 |10-35 |10-35 | 5-30 |20-25 |NP-5

                 |       |               |             |             |      |      |      |      |      |      |      |

 Armesa----------|  0-3  |Very fine sandy|SC-SM        |A-2, A-4     |   0  |   0  | 100  |95-100|60-75 |30-40 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-18 |Sandy clay     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  |95-100|70-85 |40-60 |25-30 | 5-10

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very fine     |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 18-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  |95-100|80-95 |65-85 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

PGB:             |       |               |             |             |      |      |      |      |      |      |      |

 Pintura---------|  0-12 |Loamy fine sand|SM           |A-2          |   0  |   0  | 100  | 100  |70-95 |15-25 | ---  |  NP

                 | 12-60 |Loamy fine     |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |70-95 | 5-25 | ---  |  NP

                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

 Dona Ana--------|  0-3  |Fine sandy loam|SM           |A-2, A-4     |   0  |   0  |95-100|90-100|60-85 |30-50 |15-25 |NP-5

                 |  3-37 |Sandy clay     |SC, SC-SM    |A-4, A-6     |   0  |   0  |95-100|90-100|80-90 |35-50 |25-35 | 5-15

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 37-60 |Sandy loam,    |SC-SM        |A-2, A-4     |   0  |   0  |95-100|90-100|60-80 |30-50 |20-30 | 5-10

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

PHB:             |       |               |             |             |      |      |      |      |      |      |      |

 Pintura---------|  0-12 |Loamy fine sand|SM           |A-2          |   0  |   0  | 100  | 100  |70-95 |15-25 | ---  |  NP

                 | 12-60 |Loamy fine     |SM, SP-SM    |A-2, A-3     |   0  |   0  | 100  | 100  |70-95 | 5-25 | ---  |  NP

                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sand          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Tome------------|  0-5  |Very fine sandy|CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  5-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

 Dona Ana--------|  0-3  |Fine sandy loam|SM           |A-2, A-4     |   0  |   0  |95-100|90-100|60-85 |30-50 |15-25 |NP-5

                 |  3-37 |Sandy clay     |SC, SC-SM    |A-4, A-6     |   0  |   0  |95-100|90-100|80-90 |35-50 |25-35 | 5-15

                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 37-60 |Sandy loam,    |SC-SM        |A-4, A-2     |   0  |   0  |95-100|90-100|60-80 |30-50 |20-30 | 5-10

                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, fine    |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

PIA:             |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-4  |Fine sandy loam|ML, SM       |A-4          |   0  |   0  | 100  | 100  |60-95 |40-65 |15-25 |NP-5

                 |  4-26 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 26-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

PITS:            |       |               |             |             |      |      |      |      |      |      |      |

 Pits------------|  0-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

PkA:             |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-10 |Sandy loam     |ML, SM       |A-4          |   0  |   0  | 100  | 100  |60-95 |40-65 |15-25 |NP-5

                 | 10-38 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 38-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

PmA:             |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-8  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|75-95 |20-30 | 5-15

                 |  8-22 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 22-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

PmB:             |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-6  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |90-100|75-95 |20-30 | 5-15

                 |  6-20 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 20-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

PmB2:            |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-2  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|75-95 |20-30 | 5-15

                 |  2-8  |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  8-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

PnA:             |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-4  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|75-95 |20-30 | 5-15

                 |  4-28 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 28-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

POB:             |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-8  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|75-95 |20-30 | 5-15

POB: cont.       |  8-32 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

 Prelo           |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 32-50 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

PpA:             |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-12 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|75-95 |20-30 | 5-15

                 | 12-32 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 32-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

PvB:             |       |               |             |             |      |      |      |      |      |      |      |

 Prelo-----------|  0-9  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |90-100|75-95 |20-30 | 5-15

                 |  9-24 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 24-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |30-35 |10-15

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Prelo Variant---|  0-7  |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-90 |20-30 |10-15

                 |  7-22 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|75-95 |30-45 |10-20

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

PvB: cont.       | 22-30 |Silty clay     |CL           |A-6          |   0  |   0  |95-100|90-100|85-100|65-85 |30-40 |10-15

 Prelo Variant   |       | loam, clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 30-60 |Very gravelly  |GP-GM, GW-GM |A-1          |   0  |   0  |30-40 |20-30 |15-25 | 5-10 | ---  |  NP

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | extremely     |             |             |      |      |      |      |      |      |      |

                 |       | gravelly sandy|             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

RAB:             |       |               |             |             |      |      |      |      |      |      |      |

 Reakor----------|  0-4  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|70-85 |25-35 | 5-15

                 |  4-60 |Clay loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-95 |35-40 |15-20

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Tome------------|  0-6  |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |  6-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Tencee----------|  0-4  |Very gravelly  |GM           |A-1          | ---  |10-15 |35-60 |30-55 |20-45 |10-25 |20-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  4-15 |Very gravelly  |GC-GM        |A-2          | ---  |10-15 |35-60 |30-55 |20-40 |15-30 |20-25 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 15-25 |Indurated      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 | 25-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       |               |             |             |      |      |      |      |      |      |      |

RbA:             |       |               |             |             |      |      |      |      |      |      |      |

 Reeves----------|  0-8  |Very fine sandy|CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |60-80 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

RbA: cont.       |  8-32 |Loam, clay     |CL           |A-6          |   0  |   0  | 100  | 100  |75-100|65-80 |25-35 |10-15

 Reeves          |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 32-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

RcB2:            |       |               |             |             |      |      |      |      |      |      |      |

 Reeves----------|  0-2  |Very fine sandy|CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |60-80 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  2-27 |Loam, clay     |CL           |A-6          |   0  |   0  | 100  | 100  |75-100|65-80 |25-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 27-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

RdA:             |       |               |             |             |      |      |      |      |      |      |      |

 Reeves----------|  0-10 |Very fine sandy|CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  |85-100|55-80 |15-25 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 10-35 |Silt loam, clay|CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |85-100|60-75 |25-35 | 5-15

                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |

                 | 35-60 |Gypsiferous    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | material      |             |             |      |      |      |      |      |      |      |

REB:             |       |               |             |             |      |      |      |      |      |      |      |

 Reeves Variant--|  0-7  |Very fine sandy|ML           |A-4          |   0  |   0  | 100  | 100  |90-100|60-75 |20-30 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  7-12 |Loam           |ML           |A-4          |   0  |   0  | 100  | 100  |85-95 |65-75 |20-30 |NP-5

                 | 12-16 |Silt loam      |ML           |A-4          |   0  |   0  | 100  | 100  |90-100|70-90 |20-30 |NP-5

                 | 16-29 |Loam, silt loam|ML           |A-4          |   0  |   0  | 100  | 100  |90-100|70-90 |20-30 |NP-5

                 | 29-60 |Clay loam, loam|CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |90-100|70-85 |30-40 | 5-15

                 |       |               |             |             |      |      |      |      |      |      |      |

 Shanta----------|  0-13 |Loam           |CL-ML        |A-4          |   0  |   0  |85-100|80-100|75-90 |60-75 |25-30 | 5-10

                 | 13-27 |Silt loam, loam|CL           |A-6          |   0  |   0  |80-100|75-100|65-95 |50-80 |25-35 |10-15

                 | 27-60 |Sandy clay     |CL, SC       |A-2, A-6     | ---  | 0-5  |80-100|75-100|50-95 |30-65 |25-40 |10-20

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

RFA:             |       |               |             |             |      |      |      |      |      |      |      |

 Reyab-----------|  0-4  |Loam           |CL-ML        |A-4          |   0  |   0  | 100  | 100  |85-100|75-95 |20-25 | 5-10

                 |  4-60 |Silt loam,     |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|80-95 |25-35 | 5-15

                 |       | silty clay    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

 Armesa----------|  0-3  |Very fine sandy|SC-SM        |A-2, A-4     |   0  |   0  | 100  |95-100|60-75 |30-40 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-18 |Sandy clay     |CL-ML, SC-SM |A-4          |   0  |   0  | 100  |95-100|70-85 |40-60 |25-30 | 5-10

                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very fine     |             |             |      |      |      |      |      |      |      |

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 | 18-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  |95-100|80-95 |65-85 |30-35 |10-15

                 |       | loam, silt    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

ROG:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

RPG:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-14 |Cobbly loam    |SC           |A-6          | ---  |25-35 |75-85 |70-80 |60-75 |35-45 |25-35 |10-15

                 | 14-18 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

RRF:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Lozier----------|  0-15 |Very gravelly  |GC           |A-2, A-4, A- |   0  | 5-20 |30-60 |25-55 |20-50 |15-45 |25-48 | 8-26

                 |       | loam          |             | 6, A-7      |      |      |      |      |      |      |      |

                 | 15-35 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

RTE:             |       |               |             |             |      |      |      |      |      |      |      |

 Rock Outcrop----|  0-60 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Tortugas--------|  0-4  |Very cobbly    |CL-ML, SC-SM |A-4          | ---  |20-30 |75-85 |65-75 |55-70 |40-65 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-6  |Very cobbly    |CL-ML, SC-SM |A-4          | ---  |20-30 |75-85 |65-75 |55-70 |40-55 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-10 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Ustifluvents----|  0-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       |               |             |             |      |      |      |      |      |      |      |

RUA:             |       |               |             |             |      |      |      |      |      |      |      |

 Ruidoso---------|  0-32 |Fine sandy loam|SM           |A-2, A-4     |   0  |   0  | 100  | 100  |60-75 |30-45 |15-25 |NP-5

                 | 32-60 |Clay loam,     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |85-100|55-90 |40-55 |20-30

                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |

                 |       | clay          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

Rw:              |       |               |             |             |      |      |      |      |      |      |      |

 Riverwash, Sandy|  0-6  |Gravelly sand  |GP, GP-GM,   |A-1          | ---  | 0-5  |50-80 |50-75 |15-45 | 0-10 | ---  |  NP

                 |       |               | GW, GW-GM   |             |      |      |      |      |      |      |      |

                 |  6-60 |Stratified     |GP, GW, SP,  |A-1          | ---  | 0-25 |25-55 |25-50 |10-30 | 0-5  | ---  |  NP

                 |       | gravelly sand | SW          |             |      |      |      |      |      |      |      |

                 |       | to extremely  |             |             |      |      |      |      |      |      |      |

                 |       | gravelly      |             |             |      |      |      |      |      |      |      |

                 |       | coarse sand   |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

SGA:             |       |               |             |             |      |      |      |      |      |      |      |

 Shanta----------|  0-13 |Loam           |ML           |A-4          |   0  |   0  |80-100|75-100|65-95 |50-70 |20-30 |NP-5

                 | 13-27 |Silt loam, loam|CL, CL-ML    |A-4, A-6     |   0  |   0  |80-100|75-100|65-95 |50-80 |20-30 | 5-15

                 | 27-60 |Sandy clay     |CL, CL-ML,   |A-2, A-4, A-6| ---  | 0-5  |80-100|75-100|50-95 |30-65 |20-30 | 5-15

                 |       | loam, loam    | SC, SC-SM   |             |      |      |      |      |      |      |      |

SGA: cont.       |       |               |             |             |      |      |      |      |      |      |      |

 Gabaldon--------|  0-9  |Fine sandy loam|CL-ML, SC-SM |A-4          |   0  |   0  |95-100|95-100|80-90 |45-60 |20-30 | 5-10

                 |  9-60 |Loam, silt     |CL           |A-6          |   0  |   0  |95-100|95-100|95-100|80-90 |25-40 |10-20

                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |

                 |       | clay loam     |             |             |      |      |      |      |      |      |      |

TAC:             |       |               |             |             |      |      |      |      |      |      |      |

 Tencee----------|  0-4  |Very gravelly  |GC-GM        |A-2          | ---  |10-15 |35-60 |30-55 |25-40 |20-35 |25-30 | 5-10

                 |       | silt loam     |             |             |      |      |      |      |      |      |      |

                 |  4-15 |Very gravelly  |GC-GM        |A-2          | ---  |10-15 |35-60 |30-55 |20-40 |15-30 |20-25 | 5-10

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very gravelly |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 15-28 |Indurated      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 | 28-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

TbA:             |       |               |             |             |      |      |      |      |      |      |      |

 Tobler----------|  0-2  |Silt loam      |CL-ML        |A-4          |   0  |   0  |95-100|95-100|90-100|75-85 |20-30 | 5-10

                 |  2-60 |Stratified silt|SM           |A-4          |   0  |   0  |95-100|90-100|65-75 |35-45 |15-25 |NP-5

                 |       | loam to loamy |             |             |      |      |      |      |      |      |      |

                 |       | fine sand     |             |             |      |      |      |      |      |      |      |

TcA:             |       |               |             |             |      |      |      |      |      |      |      |

 Tome------------|  0-6  |Very fine sandy|CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  6-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

TcB:             |       |               |             |             |      |      |      |      |      |      |      |

 Tome------------|  0-3  |Very fine sandy|CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  3-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

TDB:             |       |               |             |             |      |      |      |      |      |      |      |

 Tome------------|  0-5  |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |  5-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

TeB:             |       |               |             |             |      |      |      |      |      |      |      |

 Tome------------|  0-6  |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |  6-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

TfB:             |       |               |             |             |      |      |      |      |      |      |      |

 Emot------------|  0-4  |Gravelly fine  |GM, SM       |A-2, A-4     |   0  |   0  |60-80 |55-75 |40-55 |30-40 |20-25 |NP-5

                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |

                 |  4-11 |Gravelly very  |GM, SM       |A-2, A-4     |   0  |   0  |60-90 |55-85 |40-60 |30-45 |20-25 |NP-5

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam, very    |             |             |      |      |      |      |      |      |      |

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 11-60 |Very gravelly  |GC-GM        |A-2          | ---  |10-15 |35-60 |30-55 |25-45 |20-35 |25-30 | 5-10

                 |       | silt loam     |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Tome------------|  0-5  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|50-80 |25-30 |10-15

                 |  5-60 |Stratified very|CL           |A-6          |   0  |   0  | 100  | 100  |95-100|75-85 |25-35 |10-15

                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |

                 |       | loam to clay  |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

TOE:             |       |               |             |             |      |      |      |      |      |      |      |

 Tortugas--------|  0-4  |Cobbly loam    |CL-ML, SC-SM |A-4          | ---  |10-15 |85-95 |80-90 |65-80 |40-60 |20-30 | 5-10

                 |  4-10 |Very cobbly    |CL-ML, SC-SM |A-4          | ---  |20-30 |75-85 |65-75 |55-70 |40-55 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 10-14 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

TPE:             |       |               |             |             |      |      |      |      |      |      |      |

 Tortugas--------|  0-4  |Very gravelly  |GC-GM        |A-2          | ---  | 5-15 |40-55 |30-50 |25-45 |15-35 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-10 |Very cobbly    |CL-ML, SC-SM |A-4          | ---  |50-60 |75-85 |65-75 |55-70 |40-55 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 10-14 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-15 |Very gravelly  |GC           |A-2          | ---  | 5-15 |50-60 |40-50 |35-45 |25-35 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 15-19 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

TPG:             |       |               |             |             |      |      |      |      |      |      |      |

 Tortugas--------|  0-4  |Very gravelly  |GC-GM        |A-2          | ---  | 5-15 |40-55 |30-50 |25-45 |15-35 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |  4-10 |Very cobbly    |CL-ML, SC-SM |A-4          | ---  |50-60 |75-85 |65-75 |55-70 |40-55 |20-30 | 5-10

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 10-14 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

 Deama-----------|  0-15 |Very gravelly  |GC           |A-2          | ---  | 5-15 |50-60 |40-50 |35-45 |25-35 |25-35 |10-15

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 | 15-19 |Unweathered    |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |       | bedrock       |             |             |      |      |      |      |      |      |      |

TvA:             |       |               |             |             |      |      |      |      |      |      |      |

 Torrifluvents---|  0-10 |Very gravelly  |GM           |A-1          | ---  |10-15 |50-55 |45-50 |30-40 |10-15 | ---  |  NP

                 |       | fine sand     |             |             |      |      |      |      |      |      |      |

                 | 10-60 |Very cobbly    |GM           |A-1, A-2     | ---  |35-40 |55-60 |50-55 |35-45 |20-35 |15-20 |NP-5

                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |

                 |       | very cobbly   |             |             |      |      |      |      |      |      |      |

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

UaA:             |       |               |             |             |      |      |      |      |      |      |      |

 Ustic           |       |               |             |             |      |      |      |      |      |      |      |

  Torriorthents--|  0-12 |Silt loam      |CL-ML        |A-4          |   0  |   0  |90-100|90-100|85-95 |70-80 |20-25 | 5-10

                 | 12-28 |Clay loam      |CL           |A-6          |   0  |   0  |90-100|90-100|85-95 |65-75 |25-30 |10-15

                 | 28-60 |Very fine sandy|ML           |A-4          |   0  |   0  |90-100|90-100|80-90 |50-60 |15-20 |NP-5

                 |       | loam          |             |             |      |      |      |      |      |      |      |

                 |       |               |             |             |      |      |      |      |      |      |      |

_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______

 (Absence of an entry indicates that the data were not estimated.)

Engineering Index Properties

General

This table gives estimates of the engineering classification and of the range of index properties for the major layers of each soil in the survey areas.  Most soils have layers of contrasting properties within the upper 5 to 6 feet.  Information in this table includes depth, USDA texture, Unified and AASHTO Classification, rock fragments larger than 3 inches, percentage passing designated sieves, liquid limit, and plasticity index.

Properties

Depth to the upper and lower boundaries of each layer is indicated.

Texture is given in the standard terms used by the USDA.  The terms are defined according to percentages of sand, silt, and clay in the fraction of the soil that is less than 2 millimeters in diameter. (Textural terms are defined in Chapter 4, Soil Survey Manual or in the glossary of most soil survey reports)  If the content of particles coarser than sand is 15 percent or more, an appropriate modifier is added, for example, "gravelly".

Unified classification system classifies soils according to properties that affect their use as construction material.  Soils are classified according to grain-size distribution of the fraction less than 3 inches in diameter and according to plasticity index, liquid limit, and organic matter content.

Continued:

AASHTO classification is the system adopted by the American Association of State Highway and Transportation Officials.  It classifies soils according to those properties that affect roadway construction.

Rock fragments, 3 to 10 inches and greater than 10 inches in diameter, are indicated as a percentage of the total soil in on a dry-weight basis.  The percentages are estimates determined mainly by converting volume percentage in the field to weight percentage.

Percentage (of soil particles) passing designated sieves is the percentage of the soil fraction less than 3 inches in diameter based on an ovendry weight.  The sieves, numbers 4, 10, 40, and 200, have openings of 4.76, 2.00, 0.420, and 0.074 millimeters, respectively.  Estimates are based on laboratory tests of soils sampled in the survey area and in nearby areas and on estimates made in the field.

Liquid limit and plasticity index (Atterbery limits) indicate the plasticity characteristics of a soil.  The estimates are based on test data from the survey area, or from nearby areas, and on field examination.
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